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Abstract Results of investigations on the influence of stor-
age of wood chips from pine (Pinus sylvestris L.) and spruce
(Picea abies Karst.) clearly showed that storage decreases
the emission of volatile acids (formic and acetic acid). More-
over, it became obvious from the results that huge differ-
ences exist between pine and spruce in the emanation of
volatile acids. The higher emission of formic acid from pine
wood may be due to the much higher extractive content in
pine wood compared to spruce as has been shown in a previ-
ous publication. Furthermore, the results reveal that thermo-
mechanical pulping (TMP) of wood enhances, in general,
the release of formic and acetic acid from wood. The re-
lease of volatile acids from TMP declines due to storage of
wood. Storage also narrows the differences in the emission
between pine and spruce wood particles and TMP prepared
therefrom. It seems that there is some interrelation between
the extractive content of wood and its change during storage
on the one side and the release of volatile acids on the other
side.

1 Introduction

Most woods, albeit not all, are acidic in nature and re-
lease different amounts of volatile acids depending on the
prevailing boundary conditions. There is a spate of publi-
cations covering this subject (Packman 1960; Sandermann
et al. 1970; Fengel and Wegener 1984; Roffael 1989). How-
ever, there is scarce knowledge regarding the influence of
wood storage on the emission of volatile acids from different
woods. Little is also known about the interrelation between
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the change in the chemical composition of wood during stor-
age and the release of volatile acids thereof. Storage is a
process of industrial interest which impacts the content and
chemical composition of wood extractives and consequently
the properties of wood and its suitability as a raw material
for e.g. pulps and wood-based panels (Back and Allen 2000;
Schäfer 1996). This paper aims, therefore, at assessing the
impact of wood chip storage on the liberation of volatile
acids. Moreover, one of the objectives was to evaluate the
influence of storage on the release of volatile acids from
thermo-mechanical pulps (TMP) made from wood chips
stored for different periods of time.

2 Experimental work

Wood chips from pine (Pinus sylvestris L.) and spruce
(Picea abies Karst.) cut in winter were stored over a pe-
riod of 29 weeks in about 40 m3 piles. Samples of the chips
were taken intermittently from the piles after 5, 12, 19 and
29 weeks. The chips were processed mechanically using a
knife ring flaker to particles suitable for making particle-
boards. The particles were screened using a sifter and the
fraction ≥ 0.5 < 1 mm was used to evaluate the emission of
volatile acids after different storage periods. In another set
of experiments the chips were thermo-mechanically pulped
to fibres.

The release of volatile acids (formic and acetic acid)
was determined using the flask method, as described in EN
717-3. The volatile acids in the absorbing medium (water)
were estimated using the technique of ionic chromatography
as described in an earlier publication (Roffael 1989).
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Fig. 1 Release of formic and
acetic acid from unstored spruce
and pine wood particles and
after storage for 5, 12, 19 and 29
weeks, measured by the flask
method (24 h-value) (according
to the principles of EN 717-3)
(n.d. = not determinable)
Abb. 1 Abgabe von Ameisen-
und Essigsäure aus Spänen von
ungelagertem und für 5, 12, 19
und 29 Wochen gelagertem
Fichten- und Kiefernholz,
ermittelt mit Hilfe der
Flaschenmethode (24 h-Wert)
nach dem Prinzip der EN 717-3
(n.d. = nicht bestimmbar)

Fig. 2 Release of formic and
acetic acid from spruce and pine
wood TMP-fibres obtained from
unstored wood and after storage
for 5, 12, 19 and 29 weeks,
measured by the flask method
(24 h-value) (according to the
principles of EN 717-3)
Abb. 2 Abgabe von Ameisen-
und Essigsäure aus TMP,
hergestellt aus ungelagertem
und für 5, 12, 19 und 29
Wochen gelagertem Fichten-
und Kiefernholz, ermittelt mit
Hilfe der Flaschenmethode
(24 h-Wert) nach dem Prinzip
der EN 717-3

3 Results and discussion

As the results in Fig. 1 reveal, storage reduces excessively
the emission of formic and acetic acids from pine and spruce
wood particles. Evidently, particles from pine wood chips
emit conspicuously higher amounts of formic acid compared
to the spruce particles over a storage period of 19 weeks.
Distinctive differences were particularly found in the early
stages of storage. In case of acetic acid no huge differences
were found over the whole storage period (29 weeks) be-
tween pine and spruce wood particles. The change in the

extractive content due to storage has already been published
(Roffael and Uhde 2011). To what extent changes in the ex-
tractive content and chemical composition of the extractives
are involved in the process of emission of volatile acids, es-
pecially formic acid is still to be traced. The higher extrac-
tive content in pine wood could be accountable to the higher
release of formic acid of pine wood compared to spruce
wood.

In a foregoing publication, related to the influence of
wood storage on the formaldehyde release, a noticeable de-
crease in the formaldehyde emission was established due to
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storage of pine and spruce wood over a period of 29 weeks
(Roffael and Uhde 2011). As formaldehyde is oxidisable via
a free radical mechanism to formic acid, even under ambi-
ent conditions (EU-Air pollution research report 10 1987),
it becomes quite understandable that in the wake of such de-
crease also a decline in the release of formic acid follows.
Insofar, oxidation processes seem to play a pivotal role dur-
ing storage of wood.

Figure 2 shows the release of formic and acetic acid from
thermo-mechanical pulps (TMP) made from wood chips af-
ter storage for different time intervals. Accordingly, TMP
releases higher amounts of both acetic and formic acids
than the wood particles themselves indicating that the TMP-
process enhances degradation of wood and the release of
volatile acids thereof (Sohn and Lenel 1949). Again, horren-
dous differences were found in the emanation of formic acid
between pine and spruce, which remain in hold even after
29 weeks of storage. Comparatively, small differences ex-
ist between spruce and pine wood in the emission of acetic
acid as a function of storage time. As it becomes obvious
from the results, storage leads to a remarkable decrease in
the emission of both acetic and formic acids from the two
investigated wood species. Moreover, storage narrows the
differences in the release of formic acid between spruce and
pine fibres.

It is noteworthy that no determinable amount of formic
acid was released from wood particles after storage of
wood chips for 29 weeks but from thermo-mechanical pulps
(TMP) delivered thereof (see Figs. 1 and 2). This can be
interpreted as a clear indication that during the thermohy-
drolytic treatment leading to TMP degradation of carbohy-

drates in wood takes place inducing the formation of formic
acid (Sohn and Lenel 1949; Schneider et al. 2004).
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