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Mid-wavelength infrared detectors have been fabricated in the nBn configu-
ration using the InAs/InAsSb superlattice as the absorber. Possible impedi-
ments in the valence band can interfere with the transport of holes that
represent the signal. We demonstrate that the thermal activation energy of
the photocurrent density, as a function of the applied bias voltage, can be a
very sensitive probe of the valence band features. We identify and measure
two types of impediments, the hole-block due to a band misalignment and the
localization sites formed by fluctuations in the superlattice layer thicknesses.
The latter are found to dominate the temperature dependence of the hole
mobility. Our inferred localization characteristics are consistent with pub-
lished results obtained by other techniques.
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INTRODUCTION

Significant progress has been demonstrated
recently in the development of infrared sensors
based on III–V superlattice materials.1–4 The most
common device architecture is nBn, in which an n-
type absorber and an n-type collector are separated
by a unipolar conduction band barrier B. Infrared
photons generate electron–hole pairs in the absor-
ber, and the holes, moving in the valence band,
must travel past the barrier to arrive at the
collector. In this paper we address the issue of
impediments to the transport of holes. Such imped-
iments directly impact the quantum efficiency of the
detector, and indirectly lead to an increase in the
dark current because of the additional bias voltage
that can be required to overcome an impediment.

Our experimental data are obtained with nBn
devices having an absorber composed of the InAs/
InAsSb superlattice with a mid-wave infrared
(MWIR) cutoff between 5 lm and 6 lm. We describe
a method for measuring the energy heights of the
impediments in the valence band and apply it to
several cases. Two types of impediments are

identified. The first, which we call a hole-block, is
a misalignment of the valence band at or near the
absorber–barrier interface. The second type, known
as localization sites, are distributed throughout the
volume of the absorber and reduce the rate of
diffusion of holes by capturing and releasing them
at a thermally determined rate. We show examples
of various types of hole-blocks, as well as some ideal
cases having no hole-block. In addition, we present
measurements of the energetic depth of the local-
ization sites and obtain an estimate of their effect on
the minority carrier mobility.

In nBn devices, valence band misalignments have
been observed in several material systems. With an
InAs/GaSb superlattice absorber, Rodriguez et al.5

reported a hole-block requiring -300 mV bias to turn
the device on fully (with no hole-block the turn-on
can occur at zero bias). Lin et al.6 using an InAsSb
alloy absorber found a hole-block that needed
� 400 mV for full turn-on. Zuo et al.7 identified a
hole-block with an InAs/InAsSb superlattice absor-
ber. Also, with the InAs/InAsSb superlattice, Ting
et al. have made several observations of the hole-
block effect8–10 and they have modeled the bias
dependence of the dark current11 with the height of
the hole-block as a parameter. Hole-blocks have also
been identified in HgCdTe nBn structures.12–14
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Evidence for localization sites has been reported
by Steenbergen et al.15 based on temperature-
dependent photoluminescence, finding an average
depth of about 8 meV for the sites in MWIR InAs/
InAsSb superlattice samples. Further study of the
localization phenomenon, in long wavelength infra-
red (LWIR) InAs/InAsSb, has been reported by
Olson et al.16 in terms of the temperature depen-
dence of the hole mobility in the growth direction.
Our results, obtained from the temperature depen-
dence of the MWIR nBn photocurrent, are consis-
tent with theirs.

DEVICE FEATURES AND MANIFESTATION
OF THE HOLE-BLOCK

Figure 1 is a qualitative sketch of the band profile
of the nBn device when biased for normal operation.
Both the absorber and collector are n-type. The
barrier has a large bandgap extending into the
conduction band to minimize dark current by block-
ing the flow of majority electrons. The substrate (not
shown) is to the left and a metal contact (not shown)
is on the right at the top of the device. Photo-
excitation within the absorber produces minority
holes that diffuse toward the barrier. The Fermi
level in this illustration has been offset between the
two sides by the negative bias voltage V applied to
the metal contact. A hole-block, in this example, is
present at the absorber-barrier interface, but holes
are able to drift easily to the collector because the
hole-block has been pulled up higher (lower energy
for holes) than the valence band edge in the quasi-
neutral region of the absorber. In this condition the
hole-block does not diminish the quantum efficiency
(QE). However, an undesirable consequence of the
bias is an expansion of the depletion region in the
absorber adjacent to the barrier, allowing the

Shockley–Read–Hall (SRH) mechanism17,18 to gen-
erate increased dark current.

The experimentally obtained spectral response
curves in Fig. 2, acquired at a series of bias values,
show the effect of a hole-block. The absorber and
collector are InAs/InAsSb superlattices with an
absorber thickness of 3.60 lm, and the barrier is
an AlGaSbAs alloy 0.15 lm thick. This diode
belongs to a mini-array with a 61-lm pitch and no
antireflection coating. At zero bias QE is very small
at all wavelengths, but it rises as the increasing bias
overcomes the hole-block. The response begins to
saturate when bias is more negative than approx-
imately � 200 mV. To a very good approximation,
all of the curves in Fig. 2 have the same shape,
being related to one another by simple scaling. (The
general invariance of the spectral shape with
respect to bias is seen in many other samples.)
Thus, a change in bias affects only the amplitude of
the spectral response and not its wavelength depen-
dence. We conclude that a change in bias does not
modify the rate at which holes can diffuse through
the quasi-neutral region, which occupies most of the
volume of the absorber, to reach the edge of the
depletion region, but it does control the rate at
which holes move past the barrier to reach the
collector.

An independent demonstration of the hole-block
effect in the same sample can be obtained with the
photocurrent density. We measure current versus
bias under illumination from a 300 K blackbody
with an f/2 field of view (FOV) and subtract the dark
current measured in zero field of view (in radiative
equilibrium with its cold surroundings). The pho-
tocurrent density is

Jphoto ¼ Jtotalðf=2; 300KBBÞ � JdarkðFOV ¼ 0Þ ð1Þ

The result is the smooth curve in Fig. 3. The
diamonds in this figure represent the spectral

Fig. 1. Qualitative sketch of the band profile of the nBn device. Both
the absorber and collector are n-type. The conduction and valence
band edges are Ec and Ev, respectively. The unipolar barrier blocks
the flow of majority-carrier electrons. Infrared photons enter through
the substrate (not shown) on the left and generate electron–hole
pairs in the absorber. Holes move in the valence band to the
collector. A small hole-block is illustrated at the absorber-barrier
interface. A metal contact (not shown) at the top of the collector on
the right applies a negative bias voltage, causing the offset in the
Fermi level EF.

Fig. 2. Spectral response curves showing the dependence of the
signal on the applied bias. This device has a hole-block, which is
gradually overcome by the increasingly negative bias. Sample
688543-D9.
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response amplitudes at a fixed wavelength of 4 lm
taken from Fig. 2. Both plots have been normalized
to 1.00 at � 500 mV and show excellent agreement.
The dashed curve in Fig. 3 is the fit of a model as
explained below.

Test structure chips for this investigation were
fabricated by standard photolithographic methods
on wafers grown by molecular beam epitaxy with
unintentional n-type doping of the absorber. In most
cases the absorber thickness is between 3.5 lm and
4.0 lm. Each chip provides several mini-arrays and
a set of variable area diodes. A chip is hybridized to
a fanout board by means of indium bumps and
mounted in a leadless chip carrier, forming a test
structure assembly (TSA). Illumination is through
the back side (substrate) in the same manner as a
focal plane array. Additional details have been
given elsewhere.19 We refer to each sensing element
as a diode because it is a two-terminal device, and
each device is a mesa. Our sign convention refers to
the polarity of the voltage V applied to the top of the
mesa.

CHARACTERIZATION OF THE HOLE-BLOCK
AND LOCALIZATION

Three conceptual illustrations of hole-blocks
appear in Fig. 4. The first (a) is a misalignment of
the bottom of the barrier. The second (b) is a band-
bending misalignment at the interface, which could
be caused, for example, by electron accumulation or
increased doping at that location. The third (c)
occurs between the barrier and collector, in which
the conduction bands in the absorber and collector
are approximately aligned due to their n-type
doping, while the greater bandgap of the collector
causes its valence band to introduce a step down.
The fourth (d) item is a case of no hole-block, having
good absorber-barrier alignment and a collector that
offers no impediment to hole transport. It is

expected that the first two can be corrected by
adjusting the composition or strain and the doping
of the barrier or absorber material, and the third by
reducing the collector bandgap. Other forms of hole-
block can also be envisioned. Considering the exam-
ple in Fig. 2, the absorber and collector were grown
with the same bandgap and the same uniform

Fig. 3. Normalized response as a function of reverse bias for the
same sample as Fig. 2. Diamond symbols are the amplitudes of the
spectral response curves at 4 lm wavelength. The solid curve is the
photocurrent density as defined in the text. The dashed curve is a
calculation from a simplified thermionic emission model. Sample
688543-D9.

Fig. 4. Qualitative sketches of the band profiles with a variety of
hole-block conditions. (a) Misalignment at the bottom of the unipolar
barrier; (b) band-bending misalignment; (c) wider bandgap in the
collector; (d) absence of a hole-block.
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doping, making it very likely that in this case the
hole-block can be correctly described by Fig. 4(a).

Each case in Fig. 4 is shown at zero bias (flat
Fermi level) with the size of the hole-block, if
present, defined as DEv. When the applied reverse
bias is being increased, it pulls the bands upward at
the location of the hole-block (as in Fig. 1), causing a
diminishing effective step of magnitude DEeff which
will obey

DEv � DEeff ðVÞ � 0 ð2Þ

and after reaching sufficient negative bias DEeff will
go to zero and remain zero. The latter situation is
represented in Fig. 1. We have developed a method
for measuring the effective size DEeff of the hole-
block as a function of bias based on the thermal
activation of carriers over the step. The actual
height DEv is then the value of DEeff as bias
approaches zero.

Initially we considered using the thermal activa-
tion energy of the dark current to measure DEeff .
This approach has been used by Sidor et al.20 In this
process, thermal excitation across the gap in the
absorber provides the supply of holes, after which
they are available for thermal activation over the
hole-block. This involves two excitation rates in
series, each with its own Boltzmann factor
expð�E=kTÞ, where E is the characteristic energy,
k is Boltzmann’s constant, and T is the temperature.
The experimentally measured quantity will be the
sum of the activation energies. The measured
thermal activation energy would then be given by

EaðVÞ ¼ ð1 � zÞðEg þ 3kTÞ þ zðEg=2 þ 3kT=2 Þ
þ DEeff ðVÞ þ Eloc ð3Þ

where z represents the fraction of the hole popula-
tion generated by the SRH mechanism in the
depletion region and Eg is the bandgap in the
absorber, and the other fraction (1 � z) represents
diffusion from the quasi-neutral region.19 The kT
terms originate in the temperature dependence of
the intrinsic carrier concentration ni. The last term
Eloc is the localization energy, which is presumed to
be bias independent, as discussed below. Since z is
not easily determined and it varies with bias, and
because DEeff þ Eloc would be a minor part of the
measured energy, we chose not to use this method.

Our preferred method is to use photo-excitation to
supply the holes, a process that is nearly indepen-
dent of temperature. Generation of holes is accom-
plished by exposure to 300 K blackbody flux at f/2
FOV, with photocurrent defined in Eq. 1. The hole-
block itself, when present, becomes the feature that
dominates the temperature dependence of the cur-
rent, giving the activation energy

EaðVÞ ¼ DEeff ðVÞ þ Eloc þ EDg ð4Þ

This method introduces a small additional term
EDg = 2 meV to account for the temperature

dependence of the bandgap of the absorber, as
evaluated below. Another advantage of using photo-
excitation to supply the carriers is that the pho-
tocurrent can exceed the dark current by a factor
between 2 and 1000 or more, depending on bias and
other conditions, giving a stronger signal than with
dark current alone. However, it does not drive the
detector out of the low injection regime. The photo-
generated minority carrier density pU in steady
state with zero current can be estimated by using
the continuity equations21,22 to obtain

pU � aUs ð5Þ

where, for example, a = 2000 cm�1 for the absorp-
tion coefficient, s = 10�6 s for the minority carrier
lifetime, and U = 7 9 1014 cm�2 s�1 for the incident
photon flux between 2.0 lm and 5.5 lm wavelength,
giving pU � 1.4 9 1012 cm�3. This is a low-injection
condition, being large compared to the equilibrium
hole density at T = 90 K of about 106 cm�3, but
small compared with the majority electron density,
typically 4 9 1015 cm�3.

The small EDg term in Eq. 4 accounts for the
increasing cutoff wavelength as temperature rises.
It has been evaluated using the device in Fig. 2.
Between 78 K and 103 K we measured dEg=dT =
� 1.56 9 10�4 eV/K, which lengthens the cutoff
from 5.23 lm at 78 K to 5.32 lm at 103 K. The
approach is to calculate the absorbed blackbody flux
as follows, and to approximate it as a thermally
activated quantity:

Z 6:0lm

4:5 lm

UðkÞRðk;TÞdk � C exp �EDg

kT

� �
ð6Þ

where C is a constant, and UðkÞ is the cumulative
incident flux23 (photons cm�2 s�1) from 3.3 lm up to
the wavelength k, which is the variable of integra-
tion. The contribution is negligible when shorter
than 3.3 lm. The limits of integration cover the
spectral range that is sensitive to the detector
cutoff. Rðk;TÞ is the experimental spectral response
curve. The left-hand side of Eq. 6 was evaluated
using spectral responses at 78 K, 90 K, and 103 K,
and the results were analyzed by the Arrhenius
method, obtaining EDg = 2 meV.

To summarize, the measured thermal activation
energy of the photocurrent density will have three
contributions according to Eq. 4. We apply the
method to the sample shown in Fig. 2. The pho-
tocurrent density, defined by Eq. 1, is shown at
several temperatures in Fig. 5. At each bias voltage
we perform the Arrhenius analysis of the photocur-
rent and obtain the thermal activation energy
presented also in Fig. 5. As bias becomes more
negative, EaðVÞ falls until the bias goes just beyond -
200 mV, consistent with Figs. 2 and 3, and then
reaches a bias-independent value of about 7 meV.
The latter is assigned to Eloc þ EDg, giving
Eloc = 5 meV. The projection to zero bias is
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35 meV, indicating that the size of the hole-block is
DEv � 28 meV.

SIMPLIFIED THERMIONIC
EMISSION MODEL

We present a simplified model to represent both
the increase and the saturation of the minority-hole
photocurrent thermally excited over the hole-block
while the effective size DEeff of the hole-block is
being diminished due to the reverse bias. The
principal source of holes is assumed to be photo-
generation in the absorber. We adapt the basic
equation for thermionic emission of electrons.17

Jthermionic ¼ qnv exp
�DEeff

kT

� �
v ¼

ffiffiffiffiffiffiffiffiffiffiffiffi
kT

2pm�

r
ð7Þ

where n is the electron density, q is the unit charge,
and v is the velocity dependent on the effective mass
m*. In the case of electrons emitted by an n-type
semiconductor into a metal, as in a Schottky
barrier, the electron density n would be expressed
in terms of the Fermi level and the conduction band
density of states, leading to the familiar Schottky
current equation.24 The current would increase
exponentially with bias, fed by the nearly unlimited
supply of majority carriers. In contrast, in the nBn
detector, the minority current passing over the hole-
block will reach a saturation level. Because it
operates in low level photo-injection, there will be
a limited population of minority carrier holes deter-
mined by the photon flux. The hole density p in the
absorber will decrease as the current density flow-
ing out of the absorber increases. For simplicity we
assume a uniform photo-generation rate G, a carrier
lifetime s, and a hole diffusion length L. Using the
standard drift–diffusion and continuity equa-
tions21,22 we find p ¼ Gs� ðs=qLÞJthermionic. We
insert this p in place of n in Eq. 7 and solve for
Jthermionic to obtain

Jthermionic ¼
Gsqv exp �DEeff=kTð Þ
1 þ sv

L exp �DEeff=kTð Þ ð8Þ

A further assumption to facilitate this model is
that the decrease of DEeff with bias is a linear
function. Equation 8 gives the dashed curve in
Fig. 3 when we take T = 99 K, DEv = 90 meV,
dDEeff=dV = 0.25 eV/V, s = 0.5 ls, L = 5 lm, and
m* = 0.3 m0, where m0 is the free electron mass.
These values constitute a non-unique set that gives
a reasonable fit. However, they are not a quantita-
tively accurate representation of the actual device
because of the simplifying assumptions of the
model. The usefulness of the model is that it
conceptually illustrates, first, the control of the
photocurrent by thermionic emission over the bias-
dependent hole-block, and second, the saturation of
the photocurrent at large reverse bias due to the
limited supply of holes.

ADDITIONAL EXAMPLES

In another example, the nearly complete absence
of a hole-block is indicated by the spectral response
curves in Fig. 6, which show very little change with
bias. The amplitudes of these curves at 4 lm
wavelength are plotted versus bias with the dia-
mond symbols in Fig. 7. The upper smooth curve in
Fig. 7 is the normalized photocurrent density.
These two independent measurements track well
together. The presence of an almost negligible hole-
block is suggested by the thermal activation energy
of the photocurrent, which is the lower curve in
Fig. 7, showing a very small rise in the approach to
zero bias, but beyond � 50 mV a nearly constant
sum Eloc þ EDg of about 8 meV, implying
Eloc = 6 meV.

We have defined the combination Eloc þ EDg as the
bias-independent component of the thermal activa-
tion energy of the photocurrent that appears at
sufficient negative bias. Several examples for MWIR
InAs/InAsSb nBn detectors are shown in Fig. 8.

Fig. 5. Application of the photocurrent thermal activation energy
technique to the sample in Fig. 2. Left axis is the photocurrent
density at several temperatures. Right axis is the activation energy at
each bias voltage obtained by Arrhenius analysis of the
photocurrent. It projects to 35 meV at zero bias and levels off at
about 7 meV at large bias. The hole-block is overcome at about -
200 mV. Sample 688543-D9.

Fig. 6. Spectral response curves for a sample having almost no
hole-block. Sample 688481-D15.
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Between 0 mV and � 200 mV many of them reveal
a hole-block, with the largest projecting at zero bias
to DEv � 50 meV. However, when bias is more
negative than � 200 mV the hole-blocks have been
overcome and the residual Eloc þ EDg, mostly
between 5 meV and 9 meV, is evident, giving Eloc

approximately between 3 meV and 7 meV. The lack
of any strong bias dependence suggests that the
mechanism originates in the quasi-neutral region of
the absorber, which does not experience the electric
field of the applied bias voltage. (The depletion
region is only about 0.5 lm thick compared with the
absorber thickness of 3.9 lm, for example.) This is
consistent with the presence of localization sites
caused most likely by material nonuniformities that
are distributed throughout the volume of the
absorber.

For comparison we performed the same measure-
ment of photocurrent versus temperature on a
conventional planar InSb detector. It had been
fabricated from a bulk-grown single-crystal n-type
wafer with a p-type ion implant to form the p–n
junction. The absorber is 10 lm thick. In the 68 K to
86 K temperature range we found the thermal
activation energy of the photocurrent EaðVÞ to be
uniformly 1 meV over the bias range 0 mV to
� 700 mV. Also dEg=dT � � 1.6 9 10�4 eV/K for
InSb25 in this temperature range, similar to the
superlattice, so again EDg � 2 meV. Thus, within
experimental uncertainty Eloc is indistinguishable
from zero. Consequently, for the InSb detector it is
clear that, first, there is no hole-block, and second,
there is no evidence of carrier localization.

Hole-block effects can also be invoked to charac-
terize the response of a dual-band MW/LW nBn
device. Both n-type regions serve as absorbers and
have similar thicknesses, with the MW absorber
being closer to the substrate for back side illumina-
tion. For the example in Fig. 9, the MW photocur-
rent density remains independent of bias from
� 500 mV almost up to + 100 mV, implying that
there is no hole-block for holes flowing from the MW
absorber into the LW absorber, which serves as the
collector for the MW current. Apparently, the
composition and doping of the MW absorber and
unipolar barrier have been optimized for easy flow
of the holes in MW operation. The decrease in
bandgap going into the LW absorber is also favor-
able. When bias is greater than about + 130 mV,
holes from the LW absorber flow in the other
direction. The changeover from one band to the
other occurs within a narrow interval of bias (+ 90
mV to + 130 mV), as shown by the spectral
responses in Fig. 10. Band profiles are sketched
qualitatively in Fig. 11. Bandgaps of the MW and
LW absorbers are 243 meV and 122 meV, respec-
tively, and they have the same n-type doping, so the
difference appears in the valence band. Holes

Fig. 7. Normalized response as a function of reverse bias for the
same sample as Fig. 6. Diamond symbols are the amplitudes of the
spectral response curves at 4 lm wavelength. The upper solid curve
is the photocurrent density. Right axis: the lower solid curve is the
thermal activation energy of the photocurrent. Sample 688481-D15.

Fig. 8. Activation energy of the photocurrent versus bias, for six
different InAs/InAsSb nBn samples. The greatest hole-block (by
projecting to zero bias) is about 50 meV. At large bias all curves
approximately level off between 5 meV and 9 meV, where the
relative bias-independence indicates that the localization sites occur
within the quasi-neutral region of the absorber, in which the applied
bias does not produce an electric field.

Fig. 9. Photocurrent density for a dual-band nBn InAs/InAsSb
device, at several temperatures. The MW and LW response
regimes are labeled. Sample 688481-D15.
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attempting to flow from the LW absorber encounter
a hole-block until a sufficiently positive bias over-
comes the valence band step. The bandgap differ-
ence, namely 121 meV, corresponds to the
changeover bias interval in Fig. 10.

LOCALIZATION EFFECT AND MOBILITY

We address the issue of hole transport in order to
understand the mechanisms affecting quantum
efficiency g. In particular, we show that the exper-
imentally measured value of the localization energy
Eloc enables us to obtain an estimate of the temper-
ature dependence of the hole mobility. An important
intermediate step involves the temperature depen-
dence of the hole diffusion length Lh as explained
below. This analysis applies to the single-color
MWIR nBn detector.

First it is noted that we have assumed the
photocurrent density to be thermally activated with
the characteristic energy Ea given in Eq. 4, so that

Jphoto ¼ Jphoto0 exp �Eloc þ EDg

kT

� �
ð9Þ

where Jphoto0 is a reference value. Here we have set
DEeff = 0 corresponding to a bias range in which a
hole-block is not important. Then

1

Jphoto

dJphoto

dT
¼ Eloc

kT2
þ EDg

kT2
ð10Þ

The second term on the right represents the
contribution originating at wavelengths near the
changing cutoff. The first term embodies the other
temperature-dependent effects. Now considering
the quantum efficiency g, it will scale with temper-
ature in a similar manner as the photocurrent, but
with the exception that the EDg term does not apply
because it is typically measured with a narrow pass
filter at a wavelength not close to the cutoff. Thus,

1

g
dg
dT

¼ Eloc

kT2
ð11Þ

Taking 5 meV as the median value of Eloc for the
examples in Fig. 8 and their mid-range temperature
of 85 K, we obtain ð1=gÞðdg=dTÞ = 8.03 9 10�3 K�1.
This number is used below.

We are aiming to find the temperature depen-
dence of the hole mobility by investigating the
behavior of the hole diffusion length Lh, which is
expressed as17

Lh ¼
ffiffiffiffiffiffiffiffiffiffiffi
Dhsh

p
¼

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
k

q
shlhT

s
ð12Þ

where Dh is the hole diffusivity, sh is the minority
carrier lifetime, and lh is the hole mobility. Allow-
ing both lifetime and mobility to depend on temper-
ature we find

dLh

dT
¼ Lh

2

1

sh

dsh

dT
þ 1

lh

dlh

dT
þ 1

T

� �
ð13Þ

Fig. 10. Spectral response curves in the bias interval of + 90 mV to
+ 130 mV, for the same dual band sample in Fig. 9. The changeover
from MW to LW response occurs in this narrow interval, determined
by the difference in bandgap between the two absorbers. Bias during
normal operation, for MW or LW, would be well outside of this
interval. Sample 688481-D15.

Fig. 11. Qualitative sketches of the band profiles for the dual-band
device, (a) at zero bias, where MW response occurs, and (b) at
positive bias for LW response. The valence band step between
absorber 2 and the barrier is overcome when bias is sufficiently
positive.
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It has been shown experimentally by Aytac
et al.26,27 and by Olson et al.28 (using methods that
do not depend on mobility) that in multiple samples
of n-type MWIR InAs/InAsSb superlattices the
minority carrier lifetime is almost temperature-
independent between 75 K and 175 K due to limi-
tation by the SRH mechanism. Thus, we can neglect
the lifetime term in Eq. 13, and therefore,

1

lh

dlh

dT
� 2

Lh

dLh

dT
� 1

T
ð14Þ

Additionally, the temperature dependence of QE
can be related to the hole diffusion length as follows.

dg
dT

¼ dg
dLh

dLh

dT
ð15Þ

from which

dLh

dT
¼ ð1=gÞðdg=dTÞ

ð1=gÞðdg=dLhÞ
ð16Þ

The numerator on the right was evaluated above.
To find the denominator we calculate the dependence
of g on the diffusion length by means of the Hovel
equations24,29 which give QE as a function of several
device parameters. Taking a typical example,
assumptions are that the absorber thickness is
3.5 lm, Lh = 4.0 lm, the absorption coefficient is
2000 cm�1, that surface recombination is negligible,
that negligible absorption occurs in the collector
because it is thin, and that the photons have 0.6
reflectivity from the top metal to make a second pass.
This combination gives g = 0.52, assuming a perfect
antireflection coating at the back side entrance
surface. The relation between QE and diffusion
length, however, is independent of the back side
coating. The result is ð1=gÞðdg=dLhÞ = 0.1035 lm�1.

Next, to get the temperature dependence of the
mobility, we insert dLh=dT from Eq. 16 into Eq. 14
to obtain

1

lh

dlh

dT
¼ 2

Lh

ð1=gÞðdg=dTÞ
ð1=gÞðdg=dLhÞ

� 1

T
ð17Þ

As stated above we are using the median Eloc

(5 meV) and mid-range temperature (85 K) of the
examples in Fig. 8, so that Eq. 17 evaluates to

1

lh

dlh

dT
¼ 0:039 K�1 � 0:012 K�1 ¼ 0:027 K�1 ð18Þ

for the temperature dependence of mobility. The first
term (0.039 K�1) originates with carrier localization
and the second (0.012 K�1) derives from the explicit
temperature factor in the diffusion length in Eq. 12.
The localization effect in this example is about three
times larger than the explicit temperature contribu-
tion. (A supplementary result is that dLh=dT �
0.08 lm/K.) The material parameters assumed in

the above estimate represent a typical InAs/InAsSb
MWIR nBn detector, but they can vary from one case
to another. Also, it should be recognized that these
values apply within a limited temperature range of
about 70 K to about 100 K. Nevertheless, it is clear
that, in the absence of a hole-block, the temperature
dependence of QE is dominated by the temperature
dependence of the mobility.

DISCUSSION OF LOCALIZATION

The hypothesis is that localization sites caused by
material nonuniformities are distributed through-
out the volume of the absorber, and that holes
diffusing through the absorber are delayed by
temporary capture in these sites. In the nBn device
the localization sites influence the quantum effi-
ciency through their effect on the hole mobility. The
temperature dependence is due to thermal excita-
tion of holes out of these sites into the extended-
state HH1 valence band4 in which they are mobile
and able to diffuse.

There have been at least three investigations of
the localization phenomenon in the InAs/InAsSb
superlattice, each using a different experimental
technique. The first, by Steenbergen et al.,15 used
temperature-dependent and excitation-dependent
photoluminescence (PL) spectroscopy in MWIR
samples to demonstrate the existence of the sites
and to measure their energy depth. The second, by
Olson et al.,16 used the characteristics of a specially
made bipolar heterojunction transistor with a base
consisting of LWIR (12.5 lm cutoff) InAs/InAsSb to
measure the hole mobility in the growth direction as
a function of temperature. The third is the present
work, in which we have used the temperature
dependence of the photocurrent in MWIR nBn
devices to measure the energy depth of the local-
ization sites and demonstrate that they are dis-
tributed throughout the absorber volume.

The three investigations are mutually supportive.
Steenbergen found a blue shift of 8 meV in the PL
peak position with temperature, which is a measure
of the depth of the average localization site. This
falls within the range of Eloc values we have found
at negative bias (Fig. 8). With the PL technique,15

however, the experimental manifestation of the
localization sites occurred mainly for T< 60 K,
whereas our photocurrent results were obtained
for T> 70 K. We suggest that the sensitivity of our
photocurrent technique in the higher temperature
range is possible because of the lower level of
injection (dp � 1012 cm�3) as compared with the
elevated level (dp � 1016 cm�3) in the PL technique,
keeping the localizations sites far from saturation.
In the other investigation, Olson16 found that the
hole mobility exhibits different behavior in four
separate temperature intervals. Their interval
number 2 (67–110 K) best corresponds to the inter-
val (72–98 K) of our results in Fig. 8. They reported
an activation energy of 36 meV for the mobility lh.
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This differs from our 5 meV activation energy of the
photocurrent, but it is not in conflict because in any
practical device the photocurrent is not simply
proportional to the mobility. Taking Olson’s thermal
activation energy, with 89 K as the mid-range
temperature (of their interval 2) gives

ð1=lhÞðdlh=dTÞ ¼ ð36 meVÞ=ðkT2Þ ¼ 0:053 K�1. This
differs from our result in Eq. 18 by a factor of 2,
which should be regarded as reasonable agreement,
considering the approximations in our calculation,
and that Olson’s result was obtained from LWIR
material.

The investigation of Yoon et al.30 provides
another example for comparison. By a modified
technique of electron beam induced current they
measured minority carrier vertical diffusion lengths
in several nBn superlattice devices. The tempera-
ture dependence of their resulting hole mobility in
MWIR InAs/InAsSb between 80 K and 160 K
reveals a thermal activation energy of 27 meV,
implying ð1=lhÞðdlh=dTÞ = 0.022 K�1, similar to our
Eq. 18. The authors did not discuss the issue of
localization.

Also, a comparison with our InSb result is
instructive. Being a bulk-grown binary compound,
this sample is free of any internal interfaces and
any alloy disorder. Accordingly, the thermal activa-
tion energy of the photocurrent shows no evidence of
either a hole-block or the localization sites. A
further clue is available from Lin et al.,31 who
found by PL that a 1-lm-thick single-layer sample
of InAsSb alloy showed no evidence of localization
sites. Both results support the idea that the local-
ization sites are caused by spatial fluctuations in the
superlattice layer thicknesses, or the InAsSb com-
position within the superlattice layers.

SUMMARY

We have measured and analyzed the temperature
dependence of the photo-generated current density
in MWIR InAs/InAsSb superlattice nBn devices,
and have demonstrated that this technique is a
sensitive probe of hole transport. Treating the
photocurrent as a thermally activated quantity, we
have obtained its thermal activation energy as a
function of bias voltage. This reveals, and quanti-
fies, two types of impediments to hole transport. The
first is the hole-block features due to misalignments
at the absorber-barrier interface and possibly the
barrier-collector interface, and the second is the
localization sites within the quasi-neutral region of
the absorber. We have found a case of hole-block as
large as 50 meV and other cases where it is
nonexistent, and have given plausible explanations
in terms of the band profiles. The effective height of
the hole-block can be diminished by increasing the
bias voltage, but at the cost of adding to the SRH
dark current.

Regarding the localization sites, our measure-
ments show their typical depth (for hole capture)

Eloc to be approximately 5 meV. Also, the bias
independence of the activation energy, when the
hole-block is not participating, demonstrates that
these sites are distributed throughout the volume of
the absorber, as would be expected for features
originating in the superlattice growth process. The
absence of localization sites in non-superlattice
samples indicates that they arise from nonunifor-
mities associated with the superlattice layers, most
likely fluctuations in thickness.
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