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Abstract
Graphene “The novel carbon nano-trope” tailors auspicious platform for designing antimicrobial regimen by virtue of its 
conspicuous molecular interaction with the microorganism. In this work, Tolnaftate (Tf), an antifungal drug, was mingled 
with Graphene nanoplatelets (Gn) to develop composite (Tf–Gn) via the wet chemical route, embedded in a biocompat-
ible polymeric blend of Eudragit RL100/Eudragit RS100 (EuRL100/EuRS100) and subjected to electrospinning to obtain 
nonwoven nanoengineered scaffolds (nanofibers) for enhanced anti-dermatophytic virtue. Pursuing cluster of optimization 
experiments, 20% w/v EuRL100/EuRS 100 was found to be adequate for formation of smooth, defect-free, and regular fib-
ers. Field emission electron microscopy (FESEM) acknowledged zestfully fabrication of smooth, shiny, nano-range, and 
mesh-like architecture, comprising distinct pockets within their structure. Fourier transform infrared spectroscopy (FTIR) 
and differential scanning calorimeter (DSC) conceded formation of the composite Tf–Gn, its physical compatibility with 
polymers, and improved thermal behavior. Exceptional swelling capacity, significant hydrophilicity, and immense drug 
entrapment efficiency were obtained of nanofibers fabricated from 3:1 ratio of EuRL100/EuRS100 polymers blend owing 
to relatively higher permeability which gratified essential benchmark for fabrication of nanofibrous scaffold to alleviate 
fungal infections caused by dermatophytes. In vitro drug release interpreted controlled liberation of Tf in dissolution media, 
following Korsmeyer–Peppas model kinetics, and suggested a diffusion-based mechanism. Microdilution broth method was 
performed for in vitro antifungal efficacy against extremely devastating dermatophytes, i.e., anthropophilic Trichophyton 
rubrum and zoophilic Microsporum canis, exhibited preeminent growth inhibition against T.rubrum and scanty for M.canis. 
Findings revealed the superior antifungal activity of Tf–Gn-loaded nanofibers as compared to Tf-loaded nanofibers and 
recommended potential dressing materials for an effective regimen of dermatomycosis.
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Introduction

From the last decade, Graphene has been widely resorted to 
biomedicine and health services to control delivery of bioac-
tive agents and gene/DNA for therapeutic purposes (Ryoo 
et al. 2010; Liao et al. 2011; Mendes 2013). Architectur-
ally, graphene, a monolayer of tightly packed carbon atoms 
(Geim and Novoselov 2007; Wang et al. 2014), possesses 
multiple attachment sites (Kakran and Li 2012; Kim and 
Kim 2012) and tremendous surface area (Qin et al. 2014) 
also portrays vital podium to conspicuous molecular interac-
tion with microorganism (Shen et al. 2012; Zou et al. 2016). 
Exceptionally immense surface to volume scale (Sur 2012; 
Drieschner et al. 2016; Qian et al. 2014) and smaller dimen-
sion than cells and cellular organelles (Zhang et al. 2016; 
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Snitka 2015) expedite graphene to permeate into basic bio-
logical structures (Cherian and Mohanan 2014; McCallion 
et al. 2016) and disruption of cell functions of microorgan-
isms (Roda et al. 2014; Liu et al. 2011a). The enormous 
loading of the bioactive agent onto the surface of graphene 
sheets (Akhavan and Ghaderi 2010; Liu et al. 2011b) tailors 
promising nanoplatforms for designing antimicrobial dosage 
formulations. Moreover, our research group Pandey et al. 
(2011) investigated the enhanced antibacterial property of 
graphene-loaded gentamicin to eradicate gram-negative bac-
teria causing topical infection (Pandey et al. 2011).

Dermatomycosis caused by topical fungi or dermato-
phytes positioned as 4th of most common disease in the 
last decade and affected 20–25% world’s population (Peres 
et al. 2010; Sharma et al. 2015). In an opportunistic role, 
they are extremely devastating, as these bugs take advan-
tage of a host with the weakened immune system (Araujo 
et al. 2009). Morphologically dermatophytes are filamentous 
(Sharma and Sharma 2010), keratinophilic (Lakshmipathy 
and Kannabiran 2010), mortifying and comprise anamorphic 
genera of Microsporum, Trichophyton, and Epidermophyton 
species (Nosanchuk 2006; Kaufman et al. 2007). Essentially 
they secrete a proteolytic enzyme, affect keratin by utiliz-
ing keratinous substrates (carbon, nitrogen, and sulfur), and 
make environment alkaline at the infection site (Rossi et al. 
2012; Majeed et al. 2016). Although there is a huge inven-
tory of conventional antidermatophytes and antibiotics in 
the market, they are effective as prophylactic at prelim stage, 
(Akhtar et al. 2015) but at the advanced state of infection, 
these measures prove rather helpless due to some shortcom-
ings associated with the type of dosage formulations. Moreo-
ver, their indiscriminate and prolonged massive doses mostly 
cause disease recurrence up to 20–40% (Woodfolk 2005), 
resistance (Dias et al. 2013), and patient discomfort by caus-
ing adverse effects. Furthermore, the regimen also triggers 
on host’s immune system and create allergic symptoms like 
itching or burning sensations in the host.

Thiocarbamate derivative Tolnaftate (Tf) is selected as 
the model drug, as it inhibits squalene epoxidase an enzyme, 
accumulates squalene, and hence causes a deficiency of 
ergosterol in the cell walls of dermatophytes (Yamaguchi 
et al. 2001; Kuzetyte and Drevinskas 2011). It is marketed 
as gel, cream, and aerosol spray with shortcomings of poor 
efficacy, stickiness, and irritation at the site of application, 
which leads to lengthening of the therapy time. Thus, mini-
mizing these flaws through designing efficient tolnaftate dos-
age formulation against dermatophytes with adequate patient 
compliance and minimize chances of recurrence is one of 
the objectives of the present study.

A perusal of relevant literature reveals that structur-
ally organized, nonwoven, and therapeutically active 3D 
nanofibers (Dhivya et al. 2015; Sill and Von 2008) mimic 
the natural niche of the cells and display endless role in 

tissue engineering (Lin et al. 2012), regeneration of cell 
growth (Khil et al. 2003), and cell proliferation (Manea et al. 
2016; Tian et al. 2015) by virtue of their marked surface area 
(Vasita and Katti 2006; Subbiah et al. 2005), pronounced 
mechanical support (Huang et al. 2004; Tan and Lim 2006), 
and mesh-like network (Wu et al. 2015; Park et al. 2016). 
The ability to upload numerous bioactive compounds (Lin 
et al. 2012; Xiao et al. 2010) into ultrafine fibrous architec-
ture increases their potential for topical dressing materials 
and scaffolds (Nagesh et al. 2014; Abbaspour et al. 2015). 
An added attribute of such formulation is its localized nature 
of effective arena of the drug that interacts with the pathogen 
(Ulubayram et al. 2015). It strictly follows a confinement and 
does not allow any drug escalation into surrounding areas 
to create any drug interaction with the healthy host tissue.

Polymethacrylate polymers (Eudragit RL 100 and 
Eudragit RS 100) have been selected for fabrication of 
nanofibrous scaffold due to their inherent properties such as 
efficient adhesion (Bucolo et al. 2002; Pendekal and Teggi-
namate 2012) and biocompatibility (Pignatello et al. 2002a, 
b) with classiness (Pignatello et al. 2002) over the skin sur-
face. By virtue of their variable permeable property, a cus-
tomized proportion of both polymers for controlled drug 
release from the nanofibrous scaffold is studied in the pre-
sent work. We herein explored topical antifungal property of 
graphene by fabricating tolnaftate–graphene (Tf–Gn) com-
posite-loaded eudragit scaffolds and check out its in vitro 
competence against mortifying dermatophytes.

Materials and method

Graphene nanoplatelets (Gn) were purchased from Rein-
ste Pvt. Ltd, India. Biocompatible Eudragit RL100 (EuRL 
100) and Eudragit RS100 (EuRS 100) polymers of molecu-
lar weight 150,000 Da were procured as gift sample from 
Evonik (Rohm Pharma, Darmstadt, Germany). Tolnaftate 
(Tf) was received from Belco Pharmaceuticals, India. Der-
matophyte strains, i.e., T.rubrum (MTCC 7859) and M.canis 
(MTCC 2820) were procured from Microbial Type Culture 
Collection (MTCC), Chandigarh, India. Polyethylene glycol 
(PEG 400), RPMI 1640 (Roswell Park Memorial Institute 
Medium) and MOPS (morpholinepropanesulfonic Acid) 
were purchased from Sigma-Aldrich Chemicals Pvt. Ltd, 
India. Sabouraud Dextrose Agar (SDA) was purchased from 
HiMedia Laboratories Pvt. Ltd, Mumbai, India. Methanol 
(MeOH), N, N-Dimethylacetamide (DMAc), and Dimethyl 
sulfoxide (DMSO) were of analytical grade and procured 
from Merck, India.
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Development of composite (Tf–Gn) from tolnaftate 
and graphene nanoplatelets

Initially, drug tolnaftate (Tf) was loaded efficiently on the 
graphene nanoplatelets (Gn) through wet chemical route to 
get composite of tolnaftate–graphene nanoplatelets (Tf–Gn). 
Briefly, Tf (1 mg/ml) was loaded onto the uniform disper-
sion of Gn in acetone, and subjected to sonication for few 
seconds. The resultant dispersion was stirred overnight 
at room temperature in dark and was ultracentrifuged at 
15,000 rpm for 30 min. Conclusively loading capacity of 
Tf was determined by measuring the concentration of the 
unbound Tf present in the supernatant using UV–visible 
spectrophotometer (Shimadzu, 1700) by executing straight 
line equation (y = 0.0606 + 0.0075).

Optimization of the concentration of blend 
of EuRL100/EuRS100 polymers for fabrication 
of nanofibers

An equal ratio of 5, 10, 15, and 20% w/v EuRL100 and 
EuRS100 granules were dissolved in the solvent blend of 
MeOH and DMAc (4:1). All the mixtures were stirred at 
room temperature for 12 h with a magnetic stirrer (Corning, 
Inc., MA, USA) to ensure complete dissolution of the gran-
ules of polymers and to obtain homogeneous solutions. The 
prepared solutions were left to rest for 1 h for degassing and 
kept in sealed containers at room temperature. 1% v/v PEG 
400 was added to provide sufficient flexibility and mechani-
cal strength to the fabricated fibers (Frusawa et al. 2003). 
Finally, homogenous polymeric solution (EuRL 100/EuRS 
100) was processed for electrospinning (E-Spin, Nanotech) 
to fabricate nanofibers. The prepared polymeric solution 
was loaded into 10-ml plastic syringe of 15 mm diameter 
equipped with a sharp needle. The air was manually removed 
from the needle by pushing the polymer solution through 
the syringe until it emerged at the end of the needle. The 
syringe was placed in a syringe pump and the needle was 
connected to a high-voltage supply. Flow rate from needle 
was modulated at 5 µl/min, connected to a 15-kV positive 
power supply (Gamma High Voltage Research, Inc.) from 
distance of 12 cm at room temperature, 37% relative humid-
ity and directed at a grounded, 80-mm-diameter circular, 
brass collector (Wang et al. 2009).

Fabrication of EuRL 100: EuRS 100 nanofibers 
embedded with drug Tf and composite Tf‑ Gn

Furthermore, individually Tf and Tf–Gn each 1% w/v were 
loaded to different ratios of (1:3, 1:1, and 3:1) EuRL100: 
EuRS 100 polymeric solution. The prepared dispersion was 
mixed with 1% v/v PEG 400 and subjected to the process 
of electrospinning considering above process parameters. 

As the voltage was increased, the repulsive electrical force 
pulled the pendant drop into a conical shape acknowledged 
as Taylor Cone, and when the electrical force overcomes 
the surface tension, a liquid jet emerged from the syringe 
(Zargham et al. 2012), which reaches the bras collector in 
the form of fine fibers within nanoseconds.

Characterization: Fourier Transform Infrared (FTIR) 
Spectroscopy

The local compositional and chemical characteristics of the 
samples were evaluated by FTIR spectroscopy measure-
ments on FTIR-ATR, Bruker Optik, Gmbh, Germany con-
sisting of a DLaTGS detector with a germanium internal 
reflection element (IRE) crystal. Measurements were per-
formed on the individual physical mixture, Tf, Gn, devel-
oped composite, Tf-loaded nanofibers, and Tf–Gn-loaded 
nanofibers at wave numbers ranging from 4000 to 500 cm−1.

Differential scanning calorimetry

Differential scanning calorimetry (DSC) is a thermoana-
lytical technique that monitors heat effects associated with 
phase transitions, chemical reactions as a function of tem-
perature, and thermal transitions relating energy or heat 
capacity changes, such as melting, glass transitions, recrys-
tallization, and mesomorphic transition temperature. DSC 
was performed through Thermogravimetric/Differential 
Thermal Analyzer (Perkin–Elmer, Pyris Diamond TG/DTA). 
Data were treated mathematically using the resident Pyris 
Software. Approximately 5 mg of samples (physical mixture, 
Tf, Gn, Tf–Gn, and their nanofibers) was heated from 25 to 
800 °C with a heating rate of 10°C/min.

Surface topography

The surface topography of the fabricated nonwoven elec-
trospun nanofibers was investigated with Field Emission 
Scanning Electron Microscopy (FESEM quanta 200, Zeiss, 
Germany). The samples were sputter-coated with gold for 
better conductivity during imaging. Average fiber diameter 
and fibers distribution were measured using Adobe Acrobat 
9 Pro software.

The static water contact angle (WCA) was analyzed to 
describe the extent of hydrophilicity through sessile drop 
method (Siddiqui et al. 2017) using Rame-Hart contact angle 
goniometer equipped with video capture at room tempera-
ture. The amount of 30 µL of deionized water was dropped 
onto a dried electrospun nanofiber (2 cm2) with a microsy-
ringe in an atmosphere of saturated water vapor and WCA 
was estimated after 60 s of incubation time to avoid any 
deviation. Five different contact angles were averaged to get 
a reliable value.
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Swelling index is considered as an important tool for esti-
mation of drug release behavior from the nanofibrous scaf-
fold, carried out in skin pH 6.8 by gravimetric method (Choi 
et al. 2010). Each fabricated nanofibrous scaffold (2 cm2) 
was kept in Petri plate containing 10 ml media and incubated 
for 24 h at 37 °C. Then the media adhered on the scaffold 
surface were removed with filter paper and weighed in a wet 
condition until constant weight was obtained. The average 
degree of the swelling index was measured by three succes-
sive observations of each nanofiber.

In vitro drug release studies

The release characteristic of drug Tf from electrospun 
nanofibrous scaffolds was analyzed by dialysis bag method 
(Shen et al. 2013), maintained at a constant temperature 
(37 ± 0.5 °C) under mixing conditions using a magnetic stir-
rer. Dialysis was done by using  HIMEDIA® LA 387 Dialysis 
Membrane-50 having the pore size of 2.4 nm and molecu-
lar weight (12,000–14,000 Dalton) against various release 
mediums, maintaining the sink condition. The interference 
studies were also done prior to in vitro dissolution studies 
in order to ensure that the selected polymers did not show 
interaction with the analysis of drug.

During fungal infection, acidic pH of skin drastically 
changes towards alkaline region (Panther and Jacob 2014), 
and hence drug release from fabricated nanofibers was 
studied and compared in different release mediums, acetate 
phthalate buffer pH 3.8, phosphate buffer pH 6.8, and alka-
line borate buffer pH 9.0. The individually sealed dialysis 
bag (5 cm) containing Tf and composite Tf–Gn nanofibers 
equivalent to 1 mg Tf was placed in 200 mL of the above-
cited release mediums, stirred at 100 rpm to prevent the 
formation of a stagnant layer at the bulk and outer solution 
interface. The aliquots were withdrawn from each medium 
after every 30 min and replaced with the same fresh disso-
lution medium, maintaining the sink condition. Tf present 
in the withdrawn aliquots was quantified by UV spectro-
photometer at λmax 258 nm. The drug release assay was 
performed in triplicate, and average values were narrated 
using straight line equation.

Furthermore, in order to understand the in vitro release 
kinetics of drug Tf from the both fabricated nanofibers, 
four most applied mathematical models (zero order model, 
first-order model, Higuchi square root model, and Kors-
meyer–Peppas model) were applied (Table 1).

In vitro antifungal activity through broth 
microdilution method

The broth microdilution assay was executed to quantify 
inhibitory concentration towards dermatomycosis follow-
ing Clinical and Laboratory Standards Institute guidelines 
(CLSI). Overnight cultivated fungal strains were suspended 
in Roswell Park Memorial Institute Medium (RPMI 1640) 
supplemented with L-glutamine and 2% glucose buffered 
to pH 7 with 0.165 mol/L morpholinepropanesulfonic acid 
(MOPS) to yield 1 × 105 CFU/mL in a sterile flat-bottomed 
96-well microtiter plate.

An inoculum suspension of the two selected dermatomy-
cosis, i.e., Trichophyton rubrum (MTCC 7859) and Micro-
sporum canis (MTCC 2820), was prepared, following the 
National Committee for Clinical Laboratory Standards 
(NCCLS) guidelines. One-week-old dermatophytes were 
both subcultured onto sabouraud dextrose agar (SDA) plates 
at 30 °C and stock inoculum suspensions were made in 
10 ml of dimethyl sulfoxide (DMSO) by gently probing the 
surface with the tip of a Pasteur pipette. The resulting mix-
tures of spores and hyphal fragments were withdrawn and 
transferred to a sterile tube. Heavy particles were allowed 
to settle for 20 min and the upper homogeneous suspen-
sions were subjected to the vortex. The optical densities of 
these stock suspensions were adjusted with a spectropho-
tometer (SPECTRAMAX plus 384, Molecular device, USA) 
at a wavelength of 530 nm and the turbidity was compared 
with the 0.5 McFarland to yield the fungal suspension of 
1–5 × 105 cells/ml (Riau et al. 2015). Test samples (fabri-
cated nanofibrous scaffolds each 25 mg/ml) were suspended 
in DMSO and their serial dilution was carried out to give 
a final concentration of 0.01–1.25  mg/mL. Percentage 
growth inhibition against time was assessed by monitoring 

Table 1  Comparative correlation coefficient (r2) calculated after applying different mathematical models

Nanofibers Zero order First order Higuchi Korsmeyer–peppas

pH 6.8 pH3.8 pH9 pH 6.8 pH3.8 pH9 pH 6.8 pH3.8 pH9 pH 6.8 pH3.8 pH9

D1 0.8796 0.7870 0.5262 0.9548 0.8427 0.6266 0.9315 0.8411 0.9278 0.9682 0.8750 0.9328
D2 0.5882 0.6138 0.7043 0.8075 0.7464 0.7995 0.8975 0.8976 0.9269 0.8975 0.8978 0.9305
D3 0.6641 0.6060 0.8171 0.9671 0.7569 0.8863 0.9153 0.9025 0.9155 0.9168 0.9025 0.9388
C1 0.6670 0.6332 0.7745 0.8644 0.8114 0.8319 0.9374 0.9528 0.9393 0.9380 0.9528 0.9396
C2 0.5092 0.6232 0.6899 0.8415 0.8080 0.7858 0.9413 0.9313 0.9453 0.9481 0.9313 0.9461
C3 0.6072 0.4227 0.7745 0.9169 0.7992 0.8902 0.9573 0.9245 0.9448 0.9853 0.9846 0.9648
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the optical density at 530 nm through spectrophotometer for 
96 h at 30 °C without agitation.

Results and discussion

Development of tolnaftate–graphene composite 
(Tf–Gn)

Graphene nanoplatelets (Gn) offered noncovalent binding 
with aromatic hydrophobic drug Tf via simple physical 
adsorption. The rationale behind developing composite 
with Gn and Tf may be due to hydrogen bonding between 
their functional groups. Drug loading capacity was esti-
mated through UV spectrophotometer and found 2.568 
with the initial Tf concentration of 1 mg/ml. The higher 
loading capacity may be due to the less steric hindrance 
effect of the loaded molecule during developing of the 
composite and would tailor macromolecules harboring 
biologically active modules to target tissue/cells infected 
by dermatophytes. Unlike micelles or liposomal drug car-
riers, developed Tf–Gn composite would not leak bioactive 

agent on their delivery pathway and avoid adverse effects 
towards healthy tissue/cells.

Optimization of the polymeric concentration 
of EuRL100/EuRS 100 for fabrication of nanofibers

Polymeric droplets of an equal blend of EuRL100/
EuRS100 solution (5 and 10% w/v) were observed on the 
collector, while formation of beaded, irregular, and nonu-
niform nanofibers was visualized as 15% w/v EuRL100/
EuRS100 after electrospinning (Fig. 1). Therefore the 
concentration of polymers was increased up to 20%w/v 
to obtain regular, beadles, and consistent nanofibrous 
scaffold.

The spinneret (tip of the syringe) was found to be clogged 
by taking solvent mixture MeOH:DMAc at 4:1, and beads 
were detected (Fig. 2a), this may be due to the high vola-
tility of methanol hence solvent composition was custom-
ized in composition of 3:2 (Fig. 2b) to avoid phenomenon 
of clogging at spinneret and for stable Taylor cone (Garg 
and Bowlin 2011).

Fig. 1  FESEM of an equal blend of polymers EuRL100/EuRS 100 (5, 10, and 15% w/v) in solvent mixture MeOH: DMAc (4:1)

Fig. 2  FESEM of nanofibers fabricated from 20% w/v of an equal blend of EuRL100/EuRS 100 in different solvent compositions MeOH:DMAc 
(4:1) and (3:2), respectively
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Characterization

FTIR spectroscopy

Vibrational analysis of drug Tf revealed C=C stretch-
ing mode in the phenyl and naphthalene ring owing to 
charge transfer interaction between donor and acceptor 
groups and was responsible for its fungicidal activity 
(Dhas et al. 2011). The asymmetric C–H stretching mode 
is being expected approximately at 3095 cm−1, while the 
symmetric stretching is projected at 2875 cm−1. Figure 3 
displays a sharp peak at 1500 cm−1 owing to the presence 
of C–N–C stretching occurred in Tf. It contained meta-
disubstituted phenyl ring in its chemical structure that was 
observed as C=S stretching at 1260 cm−1. Additionally, 
C–O–C stretching vibration of Tf was seen at 1109 cm−1. 
In the fingerprint region of Tf-loaded nanofibers, most of 
the peaks of Tf were shifted, decreased in intensity, or 
even disappeared. All these were attributed to the hydro-
gen bonding between the C–O–C group of Tf and the C=O 
group of EuRL 100/EuRS 100 or the free hydrogen pre-
sent in quaternary ammonium group of Eudragit. FTIR 
spectra of Gn showed the presence of different types of 
O–H stretching vibrations from oxygen functionalities and 
it was confirmed at 3450 cm−1, whereas C=O stretching 
vibrations was observed at 1650 cm−1. C–H stretching of 
CH3 group was observed at 2950 cm−1 and C–OH stretch-
ing vibrations were present as skeletal vibrations from 
unoxidized graphitic molecule at 1250 cm−1 which were 
found to be sharp and maybe appeared due to the presence 
of the remaining carboxyl groups. In the IR spectra of 
physical mixture, a characteristic band of the C–O–C ester 
groups at 1110 and 1240 cm−1 of EuRL100 and EuRS 
100 was observed. The C=O ester vibration was found at 
1750 cm−1. Asymmetric CH3 bending of the mixture of 
polymers was also observed at 1330 cm−1, symmetric CH3 
bending showed a peak at 1450 cm−1, and C=O stretch-
ing was seen at 1750 cm−1. The presence of quaternary 
ammonium salt in both polymers EuRL 100 and EuRS 
100 showed a prominent peak at 3050 cm−1 which were 
clear from IR spectra. The peaks found to be concordant 
with functional groups present in the structure of respec-
tive polymers. At 3450 and 1650 cm−1, O–H stretching 
vibrations and C=O stretching, respectively, confirmed 
the presence of graphene in the physical mixture with no 
interaction with Tf and polymers.

Vibrational analysis of developed composite Tf–Gn 
showed the presence of asymmetric C–H stretching mode 
at 3095 cm−1 and the symmetric stretching at 2875 cm−1. 
Additionally, at 1205 cm−1 a peak of C=S stretching and 
C–N–C stretching appeared at 1507 cm−1 indicating the 
existence of Tf in the developed composite.

Differential scanning calorimetry (DSC)

Thermal properties or enthalpies of each individual and 
nanofibers were characterized by differential scanning calo-
rimetry (DSC). A sharp endothermic peak (melting point) 
of Tf could be seen at 111.23 °C, beside its different peaks 

Fig. 3  FTIR analysis of physical mixture, drug Tf, graphene Gn, 
composite Tf–Gn, Tf-loaded nanofibers and composite (Tf–Gn)-
loaded nanofibers
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at 162.99, 251.72, 303.28, and 344.72 °C showing poly-
morphism of drug Tf. Developed composite Tf–Gn showed 
better thermal stability by virtue of graphene. An endother-
mic peak at 87.67 °C of the physical mixture showed glass 
transition temperature of EuRL 100/EuRS 100 polymers, at 
350.65 °C degradation of Tf, and a sharp peak at 520.12 °C 
explained decomposition of Gn present in it. DSC sketch of 
drug Tf and composite Tf–Gn-loaded nanofibers are com-
pared in Fig. 4b, explaining the better thermal behavior of 
composite as compared to Tf. The absence of the drug endo-
therm in fabricated nanofibers indicated the formation of an 
amorphous dispersion of Tf in the polymeric solution.

Surface topography

Surface topography of Tf-loaded (D, D2, and D3) and 
Tf–Gn-loaded nanofibrous scaffold analyzed through 
FESEM revealed an optimized electrospinnability of 
polymeric (ERL100/ERS100) dispersion with no evident 

nanoparticles and beads. The FESEM images of D1, D2, 
and D3 found to be highly branched elongated, regular, 
and shiny fibers with average diameters of 462.7 ± 40.5, 
302.6 ± 50.43, and 402.3 ± 65 nm, respectively. As dis-
played in Fig. 5, an increased diameter of drug-loaded 
nanofibers could be attributed to higher drug entrapment 
or/and improper evaporation of the solvent (MeOH:DMAc) 
from nanofiber. FESEM of D2 nanofibrous scaffold pre-
dicted a smaller size distribution as compared to nanofib-
ers D1 and D3, possibly due to the composition of both 
EuRL100/EuRS100 (1:1).

By contrast, Fig. 6 compiles FESEM of composite-loaded 
nanofibrous C1, C2, and C3 scaffolds. They were found to 
acquire smaller diameter as 229.5 ± 75.23, 105.6 ± 65.3, 
and 204.5 ± 78.3 nm, respectively, as compare to drug Tf-
embedded nanofibers, which explained the enhancement of 
their surface area. Further uniform distribution of composite 
in polymeric solution resulted in the smooth surface of the 
nanofiber with mesh-like appearance, which would be ideal 

Fig. 4  Compiled DSC of physical mixture, drug Tf, graphene Gn, composite Tf–Gn (a), and fabricated nanofibers (b)

Fig. 5  FESEM observations and particle size distribution. a Tf-loaded EuRL100/EuRS100 (D1, 1:3), b Tf-loaded EuRL 100/EuRS100 (D2, 
1:1), and c Tf-loaded EuRL100/EuRS100 (D3, 3:1)
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criteria for preparation of topical matrix/dressing material 
for the regimen of dermatomycosis.

Insets of FESEM images of nanofibrous scaffold showed 
their average water contact angles (WCA). Inherent water 
permeable property of EuRL100 along with added PEG 
400 in polymeric dispersion favored wettability and thus 
hydrophilic scaffolds were obtained. Least contact angle 
of C3 nanofibrous scaffold indicated its affinity towards 
ample exudates produced during dermatophyte infection. 
Although the existence of numerous voids/pockets on its 
surface would facilitate spreading of the water droplet and 
contribute flawless adhesion over the skin and tissue pro-
liferation to a higher extent leading to enhance cure rate, it 
was also observed that nanofibrous scaffold prepared from 
the high concentration of EuRS 100 showed maximum water 
contact angle indicating thicker surface due to possessing 
the lower amount of quaternary ammonium groups which 
offered high hydrophobicity.

Figure  7 compares swelling index/capacity of fabri-
cated nanofibrous scaffold after 2, 4, 8, and 24 h. It clearly 
explored high swelling index of nanofibrous fabricated from 
polymeric EuRL100/EuRS100 ratio 3:1, i.e., D3 and C3. 
The presence of higher amount of quaternary ammonium 
groups in polymer EuRL100 followed by smaller diameter 
of nanofibers which offered great channels in the form of 
pockets for absorbing of phosphate buffer pH 6.8 ultimately 
showed availability of more space for swelling. The degree 
of swelling decreased after 8 h. The reason behind this could 
be degradation of integrity of polymeric nanomesh in the 
medium.

The presence of numerous pockets into its surface archi-
tecture might absorb ample of liquid media and thus showed 
the capability to retain exudates arising during infection.

Drug loading and drug entrapment efficiency

Drug loading was found to be higher in nanofiber C3 
(31.4 ± 4.9%) as compared to nanofibers C1 (20.2 ± 3.8%) 

and C2 (28.2 ± 2.4%) which attributed to the influence of 
the higher concentration of EuRL 100 and smaller diam-
eter of nanofibers. It was observed that the entrapment 
efficiencies of formulations of C1 and C2 were found to 
be 84.08 ± 5.6 and 88.86 ± 3.6%, respectively, whereas 
C3 nanofibrous prepared from EuRL100/EuRS100 (3:1) 
showed the highest entrapment efficiency of 91.92 ± 6.4%. 
Better entrapment efficacy was attributed to passive drug 
loading technique which involved the incorporation of the 
composite into the EuRL 100/EuRS 100 polymeric solu-
tion subjected to be spun. This behavior can be explained 
on the basis of differences in the chemical structures and 
the percentage content of quaternary ammonium groups. 
Higher entrapment efficiency would allow significant flex-
ibility to miniature the size of nanofibrous scaffolds for 
alleviating fungal growth and proliferation at the site.

Fig. 6  FESEM observations and particle size distribution. a Tf–Gn-loaded EuRL100/EuRS100 (C1, 1:3). b Tf–Gn-loaded EuRL 100/EuRS100 
(C2, 1:1). c Tf–Gn-loaded EuRL100/EuRS100 (C3, 3:1)

Fig. 7  Compiled swelling index/capacity of Tf-loaded (D1, D2, D3) 
nanofibers and Tf–Gn-loaded (C1, C2, C3) nanofibers in the different 
time intervals



1637Applied Nanoscience (2018) 8:1629–1640 

1 3

In vitro drug release

As dermatomycosis alters skin pH from acidic to the alkaline 
region during their pathogenesis, in vitro study of nanofi-
brous scaffolds was executed in various dissolution media 
(acetate phthalate buffer pH 3.8, phosphate buffer pH 6.8, 
and alkaline borate buffer pH 9.0) to compare and evaluate 
drug release efficiency. The volume of dissolution medium 
was kept constant, and the equilibrium between the amount 
of drug attached to scaffold surface, the fraction dissolved 
in the buffer, and the amount entrapped in scaffolds is highly 
controlled by the affinity of the composition of EuRL 100/
EuRS 100 polymers. The variable permeability of both poly-
mers justifies the drug release pattern.

In vitro release studies in phosphate buffer pH 6.8 showed 
that there was an initial burst release of the drug from fab-
ricated nanofibrous scaffold till 2 h followed by controlled 
release up to 8 h (Fig. 8a). It was observed that higher poly-
meric concentration of EuRS 100 in nanofiber D1-restricted 
drug release (19.87 ± 5.92%) up to 2 h in dissolution media 
owing to its chemical property. By contrast from D3 scaf-
folds, 39.5 ± 2.81% drug was found to be released in dis-
solution media attributing higher polymeric concentration 
of EuRL 100.The maximum percentage cumulative drug 
release from D3 was estimated 71.5 ± 1.97% after 8 h attrib-
uted to the high content of quaternary ammonium compound 
and facilitated more permeation of dissolution media and 
hence greater diffusion of the entrapped drug. Similarly, 
in vitro drug release from composite-loaded nanofibrous C1, 
C2, and C3 exhibited enhanced drug release concentrations 
of 50.5 ± 3.41, 61.2 ± 3.43, and 78.5 ± 1.93%, respectively, 
which must be attributed to enhance release of entrapped 
drug from the narrow mesh of composite Tf–Gn nanofibrous 
scaffold. The high surface area and porous structure of the 
nanofibrous membrane enabled the drugs to diffuse into the 
dissolution media and to be controlled to release into the 
medium (El-Newey et al. 2018, Yuri et al. 2011). Moreover, 
restricted and comparatively less drug release was observed 
in pH 3.8 (acidic region) and pH 9.0 (alkaline region) from 
fabricated nanofibers, (Fig. 8b, c, respectively). The drug 

release behavior from scaffolds was also supported by the 
swelling studies where the degree of swelling was found to 
be increased by time, which indicated that the release mech-
anism is predominantly governed by the diffusion process.

The drug release pattern (initially burst release) explained 
the presence of a certain amount of drug on the surface of 
fibers, which was desirable for invading or eradicating der-
matophyte prelim stage, and further slow and controlled 
release of the drug up to 8 h favored antifungal action of 
nanofibrous scaffold constantly. The presence of PEG 400 
might facilitate quick hydration and blend of EuRL100/
EuRS100 customized controlled drug release in provided 
dissolution media. However, drug release from nanofibers 
was more in phosphate buffer pH 6.8, followed by alkaline 
borate pH 9.0 and least drug release in acetate buffer pH 3.8 
after 8 h, concluding better efficiency on the initial stage of 
dermatomycosis.

In vitro antifungal activity assay through microdilution 
broth method

An ideal scaffold/dressing material should be effective to 
the pathogen and nontoxic to host healthy tissues, and this 
could be evaluated through in vitro antifungal activity. The 
antifungal activities of all nanofibrous scaffolds, i.e., P3, D3, 
G3, and C3, fabricated from the polymeric blend (3:1 EuRL 
100: EuRS 100) were examined against selected dermato-
phytes through broth microdilution method. The purpose 
was to check the extent of susceptibility of scaffolds with 
prepared inoculums during the incubation period and also 
to compare the efficiency of composite-loaded nanofibers 
C3 with individually drug-loaded D3 and graphene-loaded 
G3 nanofibers.

Graphs sketched between percentage growth inhibitions 
and time focused (Fig. 9) showed 98.356% ± 6.34 growth 
inhibition from C3 against T. rubrum for 72 h, after which 
constant fungicidal effect could be seen up to 96 h that is 
higher than D3 (91.981% ± 2.67) and G3 (93.652 ± 1.84).

Data obtained also explored the higher susceptibility 
of nanofibers G3 against T. rubrum than D3 which shed 

Fig. 8  Comparative drug release from Tf- and Tf–Gn-loaded nanofibers in phosphate buffer pH 6.8, acetate phthalate buffer pH 3.8, and alkaline 
borate pH 9.0
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light on the novel application for invading dermatophytes 
and eradication of nosocomial infections. By contrast, the 
obtained percentage growth inhibition of M. canis was poor 
and visible fungal colony growth was observed in 96-well 
microtitre plates during incubation, which suggested its 
resistant behavior and insufficient concentration of nanofib-
ers for significant antifungal activity.

The findings advocated preeminent antifungal activity 
towards T. rubrum, a causative agent of tinea pedis (athlete’s 
foot), which must be due to an amalgamate action of both 
Tf and Gn, and also exposed scope for eradication of other 
‘tinea’ diseases that occurred to human as well as animals.

Conclusion

In the present investigation, nanofibrous scaffolds from the 
variable composition of EuRL100/EuRS100 loaded with 
tolnaftate Tf, graphene Gn, and its graphene-based com-
posite Tf–Gn were zestfully fabricated. C3 nanofibers, 
prepared from the polymeric blend of EuRL100/EuRS100 
of 3:1 ratio simulated to the extracellular matrix, showed 
excellent swelling capacity, expedient hydrophilicity, and 
controlled drug release, which focused on innovative appli-
cations for designing dressing materials or bandages to cure 
dermatomycosis. The drug release pattern (initially burst 
release) from nanofibers was obtained which was desirable 
for eradicating dermatophytes at the prelim stage, and fur-
ther restricted and controlled release of the drug favored 
antifungal efficiency of nanofibrous scaffold constantly. 
The findings of micro-broth dilution method advocated 
superior antifungal activity towards T. rubrum, the causa-
tive agent of tinea pedis (athlete’s foot), which might be due 
to the combined action of Tf and Gn. Thus, the developed 

Tf–Gn-loaded nanofibrous scaffold would offer a way to 
design dressing materials for the treatment of disastrous 
dermatophytes.
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