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Abstract A theoretical model is presented in the paper for
predicting involute profile deflection in hot precision forging
of gears. This model is a function of a number of material and
processing parameters, including the thermal expansion of the
die, thermal contraction of workpiece, elastic expansion of the
die during forging, and workpiece recovery after ejection. To
improve the accuracy of the hot forged gear tooth, an equation
set to define modified involute that is used to design the die
tooth has been proposed based on the model. The distribution
of deflection along the involute was also predicted using the
commercial FE code, PRO-E. The deflection characteristic of
the toothed die through the tooth width was analyzed by com-
bining the theoretical method and FEM to investigate the non-
uniform deflection. The dimension of the forged gears was
measured using a gear measurement machine WGT3000. A
close agreement between predicted and measured tooth invo-
lute profiles was obtained, which validated the involute de-
flection prediction model. The measured lead error also veri-
fied the model for deflection non-uniformity through the tooth
width. The results can provide a guide for die tooth designs to
improve the dimensional accuracy of hot forged gear teeth.

Keywords Hot precision forging . Gear forging . Tooth
deflection . Involute modification . Thermal expansion

1 Introduction

The market demand for gears has been increased significantly
in recent years [1]. High accuracy, productivity, and the capa-
bility in gear manufacturing have been receiving significant
attentions [2]. Conventional machining processes for
manufacturing gears can meet the requirement of accuracy,
but it has low productivity with material wastes, and the
strength and fatigue life of machined gears are lower than
those of the gears produced through forging processes [2].
Forged gears have been presented as having the advantages
of high-strength teeth [3], high productivity, and low-power
dissipation [4]. Additionally, great utilization of raw material
is one of the advantages in using gear forging [5, 6].

Due to the high forming load required in precision gear
forging [7], researchers have focused on different structures
and shapes in designs of tools in order to reduce forming load.
The benefits of low forging force include low distortion, im-
proved dimensional accuracy, and long tool life [8]. An alter-
native die design was proposed by Cai et al. [8] to enhance
filling of the bottom corners of teeth. They also proposed a
chamfered punch to reduce forming load. The idea of relief
axis and relief hole based on a divided flow principle was used
in gear forging by Kondo et al. [9] to reduce forming load and
contribute to complete die filling. This resulted from inward
material flow through a relief axis and a relief hole [9]. A new
cold precision forging process proposed by Wang et al. [10]
suggested that the spur gear forging process should be divided
into two steps, which improved the filling of the teeth and
reduced the forging load by 30 % [10]. Alves et al. [11] de-
veloped a flexible cold forming tool system, which was used
to forging spur gears.

Although forged gears have many advantages compared
with machined gears, the problem of controlling the accuracy
of hot forged gear teeth is difficult to solve [12]. In recent
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years, studies on forging gears have been practiced in indus-
trial production. However, for large spur and helical gears in
particular, only gears with low accuracy can be manufactured
through forging, and in general, only gear blanks are forged
for subsequent machining. Thus, forging gears with proper
accuracy control has become the research emphasis. Liu
et al. [13] improved the accuracy of cold forged gears to level
7 in Chinese industrial standard (close to ISO 5) by correcting
tooth profile through simulation results using finite element
method (FEM). A new tool-manufacturing procedure that
considered shrink fitting was suggested by Kanga et al. [14]
to increase tool-manufacturing precision. Choi et al. [14]
forged spur gears made of alloy steel (SCM415) with inside
relief in two steps of forging process. Their proposed method
not only decreases forging load but also improves forging
accuracy to fourth and fifth classes in the Korean industrial
standard, which is close to the accuracy of a machined spur
gear [15]. Another process, known as cold ironing, which is
used to obtain high surface finish and accuracy, was investi-
gated by Stone et al. [16] and Chang et al. [17] as a post-
process for net-shape manufacturing of gears, which has im-
proved the accuracy of hot forged gears significantly.

The deformation resistance of material in hot forging
is much lower than that in cold forging because of the
lower flow stress and higher formability of materials at
elevated working temperatures. Thus, forging load and
filling difficulty in tooth corner are lower in hot forging
than those in cold forging, which enables larger gears to
be forged. However, complex tooth deflections in hot
forging processes affect the accuracy of formed gears.
Little research on the accuracy of hot forged gears has
been conducted, apart from the studies conducted by
Sadeghi et al. [18] on the effects of forging parameters,
such as forging load, forging temperature, die preheat
temperature, and spark gap on the final dimensions of
hot precision-forged axisymmetric components.

Improving the accuracy of hot forged gears benefits the sub-
sequent process of fine machining, such as reducing machining
allowance and improving production efficiency [19, 20]. To
improve forging accuracy, the following four factors that affect

tooth profile accuracy are studied in the research: thermal ex-
pansion of die, thermal contraction of workpiece, elastic expan-
sion of die, and elastic recovery of workpiece after ejection. A
model for the calculation of the involute deflection caused by
the aforementioned factors was presented. To design the die
tooth profile, a modified involute was proposed based on the
deflection model. The involute deflection of die and workpiece
was predicted using FEM, and the tooth profile of a forged gear
was measured using the gear measurement machine
WGT3000. Deflection non-uniformity of the toothed die
through the tooth width was analyzed by combining a theoret-
ical method with FEM prediction. The measured lead profile
also verified the model, which was used to predict the non-
uniform deflection through the tooth width.

2 Tool design and fabrication

A spur gear in an automotive gearbox was used to
study the dimensional accuracy of hot forged gear teeth.
The parameters of the gear were as follows: number of
teeth, 26; modulus, 2.7285; and normal pressure angle
of pitch circle, 20°. The tool set with toothed die is
shown in Fig. 1. The toothed die was mounted on the
machine bed sitting on several light springs; such that,
it could move downward together with the punch (num-
ber 2—top die and number 3—mandrel; Fig. 1) during
forging. The benefit of this was to enhance filling of the
bottom corners of the teeth by changing the friction
condition. The tooth width of the die is defined as b
and the die width as B. A cylindrical load cell with a
group of full-bridge strain gauges on the outer surface is
used to measure the forming load.

The hot forging tool material of H13 was used for punch,
mandrel, toothed die, and counter punch and was hardened
over HRC52. The other parts were made of 40Cr steel and
were hardened to HRC40-45. The die teeth were
manufactured by electrical discharge machining (EDM) and
the tool set is shown in Fig. 2.

Fig. 1 Tool set with toothed die
at the open (left) and closed
(right) tool positions. 1 load cell,
2 top die, 3 mandrel, 4 toothed
die, 5 bottom die/ejector, 6
springs, 7 die container, and 8 die
insert

3018 Int J Adv Manuf Technol (2017) 88:3017–3030



3 Involute deflection in hot precision forging of gears

Figure 3 represents the effect of process parameters on
the dimensions of the die cavity (left part) and work-
piece (right part) in a gear-forging process. The initial
radius of die cavity, R, would be increased by a certain
amount, td, as a result of the die expansion as the die is
heated to the preheating temperature before forging.
During forging, the billet deformed and filled the die
cavity. Consequently, the die radius of cavity would
expand elastically by a certain amount, ed, due to the
high forging load. At this moment, the inner radius of
the die, R′, is the same as the outer radius of the work-
piece, r′. Then, the elastic recovery of workpiece oc-
curred as the forged gear is ejected from the die, and
the radius of the workpiece would be increased by a
certain amount, ew, due to elastic recovery. Thermal
contraction caused by cooling the workpiece to room
temperature would reduce the workpiece radius by a
certain amount, tw. The final outer radius of the forged
part is r. Thus, the difference between R and r is the
dimensional difference in radius between the die and the
forged part, U, as shown in Eq. (1).

U ¼ R−r ð1Þ

According to the relation among the parameters discussed
above, the dimensional difference in terms of radius, U, is
represented by Eq. (2).

U ¼ ed þ td þ ew−tw ð2Þ

A free point, Pi, on the involute profile, where the distance
to the gear center is ri, tooth thickness is si, and tooth height is
hi, was taken to study tooth deflection (also see Fig. 4). In the
last stage of forging process, the die container was fully filled.
The workpiece and toothed die were multiaxially compressed.
Thus, the deflection caused by the elastic die expansion and
workpiece recovery was divided into radial direction and cir-
cumferential direction, while the thermal deflections that oc-
curred only in radial direction are considered, since this is the
major dimension/tolerance, which needs to be considered in
die design for precision gear forging.

4 Deflection characteristic of involute profile

4.1 Modeling of each deflection

4.1.1 Thermal deformation

In hot forging, thermal deformation of die and workpiece be-
ing considerable is an important factor that influences the
tooth profile. The degree of influence depends on the temper-
ature variation and the coefficient of thermal expansion of the
material. The dimensional variation can be calculated with the
well-known thermal expansion formula, as shown in Eq. (3).

t ¼ β⋅ΔT ⋅L ð3Þ
where β, L, and ΔT are the coefficient of thermal expansion,
the dimension of object, and the variation of temperature.

1. Thermal die expansion caused by preheating
The die was preheated to a specified temperature before

forging to prevent die cracking, to reduce billet cooling, and
to help lubricant coating on the die surface. The die set was re-
heated to the temperature, Tp, using a band heater. It is as-
sumed that the temperature distributes uniformly over the
die in the modeling of deflection caused by the thermal ex-
pansion in preheating. Furthermore, the thermal expansion
occurs without constraints. To calculate the thermal deflection
on tooth profile, L in Eq. (3) is equal to the parameter ri of the
free point Pi. Thus, die expansion on a tooth in radial direction
can be modeled using

td ¼ βd Tp−T0

� �
ri ð4Þ

where T0 and βd are the room temperature and the coefficient
of thermal expansion of die material, respectively.

(a) Punch (b) bottom die

Fig. 2 Photos of the tool set, a upper and b bottom die set

Fig. 3 Tooth deflections of die and workpiece in hot precision forging
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2. Thermal die expansion caused by heat transfer from work-
piece

Further temperature rise of the toothed die occurred due to the
heat transfer from the workpiece. Heat flow was outward with a
radial temperature gradient. However, this phenomenon could
be considered to occur after the completion of forging process
and before the ejection, given that the duration of forging process
was very short. The workpiece remaining in the container would
recover elastically with the thermal expansion of die caused by
heat transfer, which led to stress reduction in the workpiece. The
effect of temperature rise and thermal expansion of die would be
removed after forging by cooling the die in production proce-
dure. This die deformation is also related to the elastic recovery
of workpiece, which is described in Sect. 4.1.3.
3. Thermal workpiece contraction

The forging temperature of workpiece, Tf, would decrease
to room temperature, T0, after completion of forging process.
Thus, the amount of this contraction on tooth in radial direc-
tion is determined with Eq. (5).

tw ¼ βw T f −T0

� �
ri ð5Þ

where βw is the coefficient of thermal expansion of billet ma-
terial. The heat loss caused by thermal transfer to the die and
the heat generated by the deformation during forging is small
and can partially cancel out; thus, they are neglected.

4.1.2 Elastic die expansion during forging

During forging, wherein duplex toothed dies were used,
the billet was deformed under the axial pressure through
the punch and flows to the corners of the die container
with a normal pressure exerted on the container wall.
When the punch was removed, the axial pressure be-
came zero, and the container compressed the workpiece
until the normal stress that acts on the workpiece was
reduced to the yield stress of billet material, σs, which
is equal to the flow stress of the billet material at ele-
vated temperature. Thus, only the dimensional change,
caused by the residual elastic expansion of the die after
the punch was removed, should be considered and the
toothed die is expanded radially by normal stress σs at
this time [12]. Furthermore, the die deflection is as-
sumed uniform along the die axis.

1. Radial deflection
Calculating radial deflection on the tooth is separated into

that occurring in the following two zones (Fig. 4a): tooth
(zone (1)) and cylinder (zone (2)) with bore radius R1 (adden-
dum circle radius). First, the deflection, Δh, of zone (1) is
calculated. Second, the amount of elastic expansion, ΔR1, of
zone (2) is calculated, which is equal to the rigid body dis-
placement of zone (2), supposing zone (2) is rigid. Finally,Δh

(a) Deflection

(b) Internal pressure

Fig. 4 Elastic expansions of the
toothed die, a deflection analysis
that is divided into two zones and
the partial enlargement around Pi

and b duplex cylinder subjected
to internal pressure
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and ΔR1 are added together. The deflections in different di-
rections of two zones, which reflected on the involute profile,
are shown in the partial view in Fig. 4a.

Zone (1) can be considered as a cube, which is compressed
in both radial and circumferential directions, by ignoring the
effect of frictional shear stress to the deflection, given that the
effect is much less than that of normal pressure. Thus, the
radial dimension variation,Δh, can be calculated by the gen-
eralized Hooke’s law.

Δh ¼ 1

E
1−ρð Þσs⋅hi ð6Þ

where hi is the distance between the point Pi and addendum
circle, E is the Young’s modulus, and ρ is the Poisson’s ratio of
the die material

Zone (2) can be considered a thick-walled cylinder,
which is under a uniform internal pressure of σs and
interfacial pressure of σp + nσs, as shown in Eqs. (7)
and (8) and Fig. 4b. The longitudinal pressure is as-
sumed to be zero when the forging operation is com-
pleted. The radius and diameters of the die bore are
equal to those of addendum circle, R1 and D1, of the
gear. The radial displacement, ΔR1, is shown in Eq. (9)
[12].

σp ¼ Eδ
2R3

3

R2
3−R

2
1

� �
R2
2−R

2
3

� �
R2
3−R

2
1

� � ð7Þ

n ¼ R2
1

R2
2−R

2
1

1−
R2
3

R2
2

� �
ð8Þ

ΔR1 ¼ R3
1 1−ρð Þ þ R1R2

3 1þ ρ−2nð Þ
E R2

3−R
2
1

� � ⋅σp ð9Þ

where E and ρ are the Young’s modulus and Poisson’s
ratio of the die martial, σp is the fitting stress, δ is the
radial interference between the container and toothed
die, n is the attenuation coefficient of σs at mating sur-
face, and R2 and R3 are the outer radius of die container
and die insert, respectively, as defined in Fig. 1.

The amount of the total radial deflection edr is shown
in Eq. (10).

edr ¼ 1

E
1−ρð Þσshi þ R3

1 1−ρð Þ þ R1R2
3 1þ ρ−2nð Þ

E R2
3−R

2
1

� � σs ð10Þ

2. Circumferential deflection
The circumferential pressure on the cylinder die wall

(zone (2)) does not affect the container dimension.
Thus, only the tooth zone should be considered for

circumferential deflection. The dimensional variation of
circumferential deflection, edθ, can be calculated with
the generalized Hooke’s law, as shown in Eq. (11).

edθ ¼ 1

E
1−ρð Þσs

si
2

ð11Þ

4.1.3 Elastic workpiece recovery during ejection

After completion of forging process and before ejection, the
workpiece remains in the die and is compressed under the
pressure exerted by the die bore as a result of the elastic de-
formation of the die. On ejection, the pressure becomes zero,
and the workpiece expands elastically. The amount of this
expansion can be determined by the stress state of workpiece
and the generalized Hooke’s law (Eq. (12)).

εr ¼ 1

E
0 σr−ρ

0
σθ þ σzð Þ

n o
εθ ¼ 1

E
0 σθ−ρ

0
σr þ σzð Þ

n o
εz ¼ 1

E
0 σz−ρ

0
σθ þ σrð Þ

n o

8>>>>><
>>>>>:

ð12Þ

where σr, σθ, and σz are the stresses in three directions and E′
and ρ′ are the Young’s modulus and Poisson’s ratio of the
billet material, respectively. Before ejection, the top die is
lifted up, and the toothed die compresses the workpiece to
the yield stress. Thus, σz=0 and σr=σθ=σs. The strain state
of the workpiece can be described as Eq. (13).

εr ¼ εθ ¼ σs

E
0 1−ρ

0
� �

ð13Þ

The radial variation in dimension ewr can be calculatedwith
Eq. (14).

ewr ¼ 1−ρ0

E
0 σsri ð14Þ

where σs is the flow stress. E′, ρ′, and ri are the Young’s
modulus, Poisson’s ratio of the billet material, and the distance
to the gear center.

Similarly, circumferential deflection of the elastic recovery
ewθ can be determined by the following equation:

ewθ ¼ 1−ρ0

E
0 σs

Si
2

ð15Þ

where si is the gear thickness.

4.2 Modification of the shape of the involute die tooth

According to the model in the previous section, each deflec-
tion along the involute profile can be defined as a function
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with respect to the variable ri, given that si and hi are both
functions of ri. By summarizing all the individual deflection
parameters through Eq. (2), the total deflection in radial and
circumferential direction is proposed in the form of Eqs. (16)
and (17).

Ur ¼ f r rið Þ ð16Þ
U θ ¼ f θ rið Þ ð17Þ
where Ur andUθ are the total deflections in radial and circum-
ferential direction, respectively.

In addition, the involute profile of toothed die and work-
piece deflects non-uniformly during forging. Thus, the invo-
lute of the die tooth should be modified to forge gears with
standard involute. Equation (18) is the involute equation. The
equation set modified with Eq. (16) in the radial direction and
with Eq. (17) in the circumferential direction is proposed in
the form of Eq. (19).

r ¼ db
2

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1þ ω2

p
θ ¼ ω−arctan ω

(
ð18Þ

r ¼ db
2

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1þ ω2

p
þ f r rið Þ db

2

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1þ ω2

p� �

θ ¼ ω − arctan ω −
f θ rið Þ
r

180

π

8>><
>>: ð19Þ

where db is the diameter of base circle and ω is a parameter
related to the pressure angle.

4.3 Finite element simulation for forging process
and involute deflection

In the theoretical model, four factors are considered for calcu-
lation. However, these factors cannot be measured separately
through experiment. Forging trials can only be used to verify
the final result of the theoretical calculation. FE simulation
here was performed to validate the theoretical model predic-
tions for individual deflections. In other words, the theoretical
model and FE simulation both predict the tooth deflection,
while the FE simulation and experimentation both verify the
theoretical model. The theoretical model is more convenient
and efficient as a calculation for engineers.

The five parts for the FE model shown in Fig. 5a were
constructed with Pro-ENGINEER for geometry and
DEFORM-3D for simulation. Because of symmetry around
the centerline of each tooth, a length consisting of 7.7 % (two
teeth) of the die was modeled. The punch, counter punch, and
mandrel were modeled as rigid bodies with a preheat temper-
ature of 100 °C, while the toothed die was modeled as an
elastic one with the same preheat temperature. The billet was
modeled as a viscoplastic body at 1000 °C, and the material
model defined in DEFORM-3D at the temperature is used for

the FE simulation. The FE simulation was carried out using a
computer with a CPU of AMD Phenom II X4 955 and 4GB
DDR3 memory, and the computational CPU time for a job is
3–4 h, depending on cases studied. The materials of the
toothed die and billet are H13 and 20CrNiMo, respectively.

Friction prevails at the die–workpiece interface at all times
during forging and has a great effect on workpiece deforma-
tion and forming load. Therefore, accurately specifying the
friction conditions for FE simulation is necessary for
obtaining a valid prediction. The constant shear friction law
is usually used for simulation of bulk forming involving large
plastic deformation. In this study, a frictional factor of f=0.3
between the interfaces of billet and dies was used in FE sim-
ulation according to the work on friction coefficient in hot
precision forging [20–22].

Figure 5a shows the FE model with tetrahedral meshes for
the toothed die and billet. The billet was a hollow cylinder. A
total of 50,000 elements were generated on the billet and 100,
000 on the toothed die. The meshes on the tooth region of the
die and outer layer of the billet were locally refined with the
ratio of 0.1. The tool components are subjected to elastic de-
formation during forming, which is small. Thus, the tool mesh
distortion during the forming is very limited, which is similar
to the undeformed state of the tool, as shown in Fig. 5a. Global

(a) FE model

(b) Material properties at different temperature and strain rates

punch

mandrel

toothed die

counter punch

billet

1000oC

1200oC
strain rate 2.75s-1

strian rate 27.5s-1

fl
o

w
 s

tr
es

s 
(M

P
a)

 

Fig. 5 FEM model for gear forging, a FE model and b mechanical
properties of 20CrNiMo
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remeshing was adopted, for which the relative interference
depth with the ratio of 0.7 was used in this work. Namely,
when an element edge of meshed body was penetrated by
the dies through a relative amount of 0.7, new meshes all over
the deformed object were generated. For symmetry, the two
edges of the billet and toothed die were set as symmetry
planes. The material property data is shown in Fig. 5b.

The conditions for the forging simulation were the same as
for the actual process. The process consisted of the following
five stages: preheating the die, loading, unloading, ejection,
and cooling the workpiece. Calculation of boundary condi-
tions, such as the shape, temperature, and stress states of each
object at each stage, was based on the simulation results of the
former stage.

Twelve tracking points were chosen on the involute profile
of gear and die, to obtain the amount of tooth deflection in
forging process, as shown in Fig. 6. Radial and circumferential
displacements at each step of forging process were obtained
using the software.

4.4 Computational results

The values of parameters for the theoretical calculation are
illustrated in Table 1.

The theoretical calculation and FE simulation results for
each deflection and total deflection along the involute profile
are shown in Figs. 7 and 8. The solid lines represent the results
of theoretical calculation, and the symbols represent the FE
simulation results from the 12 points chosen on the involute
profile. The horizontal coordinate ri is the radial distance from
each point Pi to the gear center, and the vertical coordinate
represents the deflection at that point.

Figure 7a illustrates the thermal contraction (in red) and
elastic recovery (in black) of the workpiece in a radial direc-
tion. The amount of thermal contraction ranges from 0.391 to

0.451 mm and elastic recovery from 0.068 to 0.079 mm, in-
creasing gradually from the base circle to the addendum. The
results show a good consistency along tooth profile with the
maximum deviation of 3.8 % for thermal contraction and
27.1 % for elastic recovery between theoretical calculation
and FE simulation results.

Figure 7b illustrates the thermal expansion (in red) and
elastic expansion (in black) of the toothed die. The amount
of thermal expansion ranges from 0.032 to 0.037 mm and
increases gradually from the base circle to the addendum.
The maximum deviation between theoretical calculation and
FE simulation results appears on the addendum as large as
2.3 %. The amount of elastic expansion ranges from 0.016
to 0.013 mm and decreases gradually from the base circle to
the addendum. The deviation on base circle between theoret-
ical calculation and FE simulation results is the largest with
the value of 22.5 %.

Figure 7c illustrates the theoretical and FE simulation re-
sults of the total amount of the radial deflection Ur along the
involute profile. The dimensional difference between the die
and the forged gear is calculated using Eq. (2). The results
show that the dimension difference ranges from 0.275 to
0.322 mm and increases gradually from the base circle to the

Fig. 6 Tracking points on a tooth
of forged gear (left) and die (right)

Table 1 Parameter values for calculation

Parameter Value Parameter Value

T0 20 °C Tf 1000 °C

Tp 100 °C βw 1.2 × 10−5

βd 1.2 × 10−5 δ 0.17 mm

R1 38.69 mm μ 0.3

R2 90 mm σs 180 MPa

R3 130 mm E′ 50 GPa

D1 77.38 mm ρ′ 0.43

E 198 GPa ρ 0.3
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addendum. The maximum deviation between theoretical and
FE simulation results is less than 11.4 %. That the FE simu-
lation is larger than theoretical prediction in elastic recovery
(Fig. 7a) of workpiece and elastic expansion of die (Fig. 7b)
and smaller than theoretical prediction in thermal contraction
(Fig. 7a) of workpiece mainly leads to the difference in Fig. 7c
between the theoretical prediction and FE simulation.

The results show that thermal contraction of workpiece is
the main factor that influences the amount of the tooth deflec-
tion in hot precision forging of a gear, which covers 70 % of
total deflection. While the elastic recovery of workpiece
covers 21 %, the thermal and elastic expansions of die cover
6 and 3 %, respectively. The deviation between the theoretical
calculation and FE prediction is less than 12 %. The curves of
each radial deflection on involute profile appear to be straight
lines, as they are linearly related to ri according to the model.
The elastic die expansion is in inverse ratio to ri since it is in
direct ratio to hi, which has negative correlation with ri.

The circumferential deflections which include elastic work-
piece recovery and die expansion are illustrated in Fig. 8a, b.
For both theoretical and FE predictions, the amount of elastic

workpiece recovery ranges from 5 to 1 μm and decreases
gradually from the base circle to the addendum non-linearly.
The theoretical calculation of the die expansion ranges from 1
to 2 μm and increases gradually from the base circle to the
addendum. However, the simulation result decreases around
the addendum, given that the cylinder zone has limited the
circumferential deflection of the tooth zone, thereby leading
to this decreased circumferential deflection. The theoretical
model did not consider the constraint of cylinder zone on the
deflection of tooth zone, thereby causes a difference between
the theoretical calculation and FE simulation around the ad-
dendum. Since the difference between the theoretical calcula-
tion and FE simulation around the addendum is within 2 μm,
which is much smaller compared to the radial deflection, it is
negligible.

Figure 8c illustrates the theoretical and FE simulation re-
sults of the total amount of the circumferential deflection Uθ

along the involute profile. The results show that the total de-
flection ranges from 6 to 3 μm and decreases gradually from
the base circle to the addendum. Circumferential deflections
show decreasing tendency and appear non-linear because they

(a) Workpiece tooth deflection (b) Die tooth deflection

(c) Dimensional difference between the die and the forged gear Ur

Fig. 7 Comparison of the theoretical (solid curves) and FE (symbols) prediction results of involute deflections in radial direction
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are related to gear thickness si, which is non-linear with re-
spect to racial distance to the gear center ri. The total circum-
ferential deflection is extremely small and can be ignored in
die tooth design because the finishing allowance is 0.05 to
0.1 mm.

5 Deflection characteristic through tooth width

5.1 Theoretical analysis

In the chosen forging process, the toothed die moves in the
tools, and the die cavity is completely closed throughout the
process. Thus, the width of the toothed die was designed larg-
er than that of the workpiece to enable the toothed die to move
with the bottom die in it. The workpiece contacted the die over
the length b, and the toothed die experienced non-uniform
pressure over its full width, as illustrated in Fig. 9. For the
die insert, the inner pressure, exerted by workpiece, was uni-
formly distributed on the range of the gear width b, assuming
that the billet material had fully filled the die tooth. However,

the outer surface was under the fitting pressure throughout the
die width B. Thus, the stress non-uniformity throughout the
die width caused deflection non-uniformity of the toothed die,
thereby leading to the variation on gear workpiece, even if the
effect on deflection might be limited during the forging.

(a) Elastic recovery of workpiece tooth        (b) Elastic expansion of die tooth. 

(c) Dimensional difference between the die and forged gear U 

Fig. 8 Comparison of the theoretical (solid curves) and FE (symbols) prediction results of involute deflections in circumferential direction

Fig. 9 Force analysis of the toothed die (die insert) in the axial direction
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All effects on the elastic die expansion are analyzed sepa-
rately to determine the effects on the deflection non-
uniformity of the toothed die. According to Eqs. (8) and (9),
the effects on the elastic die expansion contain the dimensions
of the die, namely, R1, R2, and R3, and inner pressure, σs. R1 is
a parameter relative to the root circle of the gear and is not a
variable. The ratio of b to B is an important factor that affects
the deflection non-uniformity of the toothed die. Thus, the
model of the deflection non-uniformity can be expressed as
a function in variables R2 (outer radius of die container), R3

(outer radius of die insert), σs, and the ratio of b to B, as shown
in Eqs. (20) and (21).

ηb ¼ g R2;R3;σs;λð Þ ð20Þ
λ ¼ b

.
B ð21Þ

where ηb is deflection non-uniformity and λ is the ratio of b to
B.

According to Eqs. (7)–(9), the effects of the dimension R2

and R3 on the elastic deflection of a toothed die can be calcu-
lated separately, as shown in Fig. 10. R2 ranges from 90 to
170 mm, and R3 ranges from 80 to 120 mm.

The effects of R2 and R3 are analyzed with the theory for-
mula and that of the other parameters with FEM. This is be-
cause the effects of R2 and R3 can be solved by Eqs. (8) and
(9), which are based on the Lame formula simply and accu-
rately. In addition, their effects on die deflection are as small as
4 μm. Thus, their effects on die deflection non-uniformity can
be ignored.

5.2 FE simulation for deformation non-uniformity

The inner pressure, σs, and ratio, λ, relate the deflection non-
uniformity directly, and their effects are complicated and can-
not be adequately expressed by a simple formula. Thus, a
simplified FE model for the calculation of the effects of inner

pressure and ratio λ on the deflection non-uniformity of
toothed die was built. As shown in Fig. 11, a simplified model
of the duplex dies, with no tooth, was inputted to DEFORM-
3D for the FE simulation.

The materials of the die insert and container were H13 and
40Cr, and both were set as elastic bodies. A total of 50,000
elements were generated on both bodies. The elements on the
inner pressure region and shrink fit interface were locally re-
fined with the ratio of 0.2.

A boundary condition of shrink fit was set between the
interfaces of the die insert and container with the interference
of 0.15 mm in the radial direction. The friction coefficient
between the die insert and container was 0.1 in cold contact
condition. The bottom surface was fixed in the Y direction to
restrict the rigid displacement. A half model was used for
simulation. Thus, symmetry planes were set as shown in the
figure. According to FE simulation results, ranges of inner
pressures of 120, 180, and 240 MPa were chosen on the top
region of die bore with width of b to study the sensitivity of the
inner pressure on deflection. The values of b were 16, 24, and
36 mm, while the value of B was 80 mm.

Figure 12 illustrates the simulation results of the effects of
inner pressure and ratio λ on deflection non-uniformity of the
simplified toothed die. Position 0 represents the upper face,
and position 1 represents the bottom face of the tooth of the
forged gear, as shown in Fig. 9. Figure 12a illustrates that
higher internal pressure increases die expansion and deflection
non-uniformity when the ratio λ is 0.5. The expansion at po-
sition 0 is the largest, given that the top region is under pres-
sure, whereas the bottom region is not, which should be ex-
plained as surface 0 is not constraint and 1 is fully constraint
by extra width (B-b) of the die. Figure 12b illustrates the effect
of ratio λ on deflection non-uniformity, when the inner pres-
sure is 180 MPa. It shows that large value of λ causes larger
expansion and non-uniformity of deflection. A larger λmeans
larger width of the tooth and the pressed area, which leads to
larger force exerted on the toothed die. However, when λ is

Fig. 10 Effects of R2 (when R3 is fixed) and R3 (when R2 is fixed) on
elastic die deflection

symmetry plane symmetry planeY fixed

shrink fit inner pressure

Fig. 11 FE model of the deflection through the tooth width of the
simplified toothed die
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larger than 0.5, the increasing trend of deflection non-
uniformity on toothed die decreases because the force unifor-
mity is improved. Thus, λ of 0.4 and 0.6 have similar effect on
deflection non-uniformity.

If the tooth lead of the toothed die is modified according to
the calculation result, the top region of die cavity must be
smaller than the bottom region. However, the toothed die
can hardly be manufactured. Therefore, toothed die with no
lead modification was used for the forging trials, and the lead
error of the gear tooth can be used to verify analysis validity.

6 Experimental validation

The gear forging tests were performed on a 10MN screw
press. The billet, made of 20CrNiMo, was machined as a solid
cylinder body. Water-based graphite was used as the lubricant
for the billets and dies with the initial average thickness of
0.3 mm. The gear was forged, as the billet was heated to
1000 °C and the tools were preheated to 100 °C. To minimize
billet oxidation, the heating time of billets was kept as short as
10 min in nitrogen atmosphere. After ejection, the tools were
cooled to approximately 100 °C with a sprayer.

The forged gear and its tooth shape are shown in Fig. 13.
The end face was wired-cut to enable the observation of the
teeth.

Forming load was recorded using a load cell, which was
installed on the punch. Figure 14 shows a comparison of the

forming loads between experimental measurements and FE
prediction. The measuredmaximum loadwas 4085 kN, which
is 6.5 % less than FE prediction. Between 16- and 30-mm
stroke, the computed forging load increases suddenly and then
keeps steady state (no increment). This strange behavior from
simulationmight be due to computational errors in re-meshing
and/or contact conditions, which need further investigation.
However, in overall, a fairly close agreement between exper-
imental and computational forming loads has been obtained,
which validated the FE model.

A modified involute based on the above calculation results
was used to design the die tooth. Thus, in theory, the involute
profile of the forged tooth should be the standard involute.
Table 2 illustrates the measurement result of the involute and
lead error of the forged gear at room temperature. The maxi-
mum involute error of left face of the tooth is 20.3 μm, where-
as that of right face is 31.9 μm. The tooth error appears small
and stable along the involute profile, thereby ensuring the
validity of the model and calculation.

The lead inspection was performed in the direction from
the upper to the lower end through the tooth width. Thus, the
top of the curve illustrates the lead error of the top region of
the forged tooth. The maximum lead error of left face of the

(a) Inner pressure effect (λ=0.5) (b) Ratio λ effect (inner pressure is 180 MPa)

Fig. 12 Effects of a inner
pressure and b ratio λ on
deflection non-uniformity of the
toothed die

(a) Forged gears (b) Forged gear teeth

Fig. 13 Photos of forged gears, a appearance of gears and b gear teeth Fig. 14 Comparison of experimental and computational forming loads
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tooth is 53.4 μm, whereas that of right face is 43.3 μm. The
top of the curves, which tilt toward both sides, reveals the
tendency of the deflection non-uniformity through the tooth
width of forged gear, which is same with that of simulation
result. The top region of the tooth is larger than the bottom
region. However, the value is larger than that of simulation
result, that is, 25 μm.

Although the theoretical model is used to modify the die
tooth, many other factors cause tooth errors, such as oxidation
layer, manufacturing error of toothed die, and measuring da-
tum error (coaxiality of inner bore and tooth). The oxidation
layer causes curve jitter and low surface finish. This phenom-
enon was observed using an optical microscope and measured
with software Image-Pro Plus 6.0, as shown in Fig. 15. The
thickness of oxidation layer on the surface of forged gear was

10.5 to 15.3 μm. The manufacturing error of the toothed die
and measuring datum error cause the inclination deviation.

Table 2 Results of profile and lead inspection of forged gears

Left face Right face

Involute error

Max error 20.3 µm 31.9 µm

Lead error

Max error 53.4 µm 43.3 µm

Gear tooth

Oxidation layer

11.7 µm 

10.8 µm

Fig. 15 Oxidation layer on the surface of precision forged gear
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Figure 16 illustrates the measurement result of tooth error of
the die. The tooth error of the die was measured using the
measurement machine, VMS-3020H, and resulted in maxi-
mum error of approximately 13 μm, which cause a significant
error. The involute error of right face, which is mainly derived
from the involute tilted error, appears larger than that of left
face, whereas the involute tilted error of left face is low. Thus,
the involute tilted error may result from the manufacturing
error of measuring datum (bore and end face) of the forged
gear.

There are two reasons that cause the difference in lead error.
The manufacturing error of the die tooth could be as large as
approximately 15 to 20 μm, given that the toothed die was
made with EDM, in which the electrode loss increased with
the process performed. Thus, the bottom region of the die tooth
was smaller in dimension than the top region. The other reason
is the non-uniformity ofmaterial filling through the tooth width,
given that the tooth width is large. The alternative die structure
improved the material filling in the bottom region prior to the
top region, so that the bottom region was exerted large pressure
through the billet when filling the top region. Thus, the size of
the bottom corner of the forged teeth was larger than that in the
calculation result, which leads to the close size in the bottom
corner and middle of the tooth, as the measured curves illustrat-
ed. The inspection results verify the validity of the theoretical
and FE model for tooth deflection.

7 Conclusions

1) In the process of hot precision forging, the following four
major factors influence the amount of tooth error: thermal
expansion of the die during preheating, elastic expansion
of the die during forging, elastic recovery of the work-
piece during ejection, and thermal contraction of the
workpiece during cooling. The amount of thermal

contraction and elastic recovery of workpiece is predom-
inant, which covers approximately 90 % of total
deflection.

2) The distribution of radial deflection on involute profile is
linear, given that each deflection is related to ri linearly.
However, the circumferential deflection shows decreas-
ing tendency and appears non-linear because it is related
to gear thickness si, which is non-linear to racial distance
to the gear center ri.

3) Deflection non-uniformity of toothed die through the
tooth width is mainly determined by inner pressure and
the ratio of tooth width to die width. The die expansion at
the top region of tooth is large, whereas that at the bottom
region is small. The large value of the ratio of tooth width
to die width and the inner pressure both cause large ex-
pansion and deflection non-uniformity.
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