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Abstract. The chiral nematic S,S-2,7-bis(4-pentylphenyl)-9,9-dimethylbutyl9H-fluorene (5P-Am∗FLAm∗-
P5) liquid crystal shows a complex phase diagram strongly dependent on thermal treatment as identified
by Polarizing Optical Microscopy (POM) and differential scanning calorimeter (DSC). The molecular
dynamics in various thermodynamics states was studied by means of broadband dielectric spectroscopy
(BDS). The vitrification of a chiral nematic phase (N∗) is manifested by a Vogel-Fulcher-Tammann (VFT)-
type temperature dependence of structural relaxation time (τα). Three dielectric relaxation processes
exhibiting Arrhenius-like thermal activation were found in conformationally disordered (condis) Cr1 and
Cr2 structures. The isothermal cold crystallization process of Cr2 occurs in the metastable N∗ phase;
however, in the non-isothermal experiments, the Cr2 phase is formed in the isotropic phase obtained
on heating the metastable N∗ phase. The findings for the isothermal process were compared with those
regarding non-isothermal crystallization.

1 Introduction

Vitrification and crystallization phenomena play an im-
portant role in industry, particularly in processes associ-
ated with drug stability [1], polymer production [2] and
food preservation [3]. Upon cooling to just below the melt-
ing temperature, some materials form a crystal structure,
with their molecules distributed throughout a crystalline
lattice; this state is characterized by unique physical prop-
erties. As crystallization takes some time, first for the cre-
ation of small nuclei throughout the sample and then for
crystal growth, many substances can be supercooled to a
glass state [4]. The potential for a liquid to crystallize or
vitrify depends on both external factors and the micro-
scopic properties of the material, these being its molec-
ular structure, chemical bonds and intermolecular inter-
actions [5]. As the stable crystalline phase has lower free
energy than the glass state, a metastable disordered liq-
uid in glass form can transform into a crystal upon heat-
ing: a process called cold crystallization [6]. This process
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differs from melt crystallization [7]: the typical crystal-
lization process which takes place on cooling at higher
temperatures. The ability to control cold crystallization
is very important for thermal energy storage, as stored
heat is released by cold crystallization on re-heating [8].
However, the crystallization process can occur differently
under isothermal and non-isothermal conditions [9], and
so both kinds of experiments are necessary to reveal the
full crystallization pattern of a substance.

A characteristic feature of glass formation is that the
viscosity increases by several orders of magnitude, up to
1013 poise, when approaching Tg, resulting in lower flu-
idity and apparent rigidity [10]. On approaching Tg, the
dynamic cooperativity of the dipolar molecules increases,
resulting in the occurrence of structural α-relaxation de-
viating from Arrhenius behavior; it is rather described
in terms of the free volume model based on the Vogel-
Fulcher-Tammann (VFT) relationship [11]:

τα = τ∞ exp
(

DfT0

T − T0

)
,

where τ∞ is the so-called pre-exponential factor, Df is a
constant and T0 denotes the Vogel temperature.
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A measure of how well a glass-forming system adapts
to temperature change is the fragility index mf , defined by
the slope at Tg in a plot of log(τα) vs. Tg/T [11–13]. The
fragility of the substance is related fundamentally to the
thermodynamic [14] and structural properties of materi-
als [15]. In addition, in glasses, mf is also proportional to
the intensity of the so-called boson peak related to damped
low-energy excitations (with non-zero lasting time), as op-
posed to the regular phonons identified in crystals [16].
Angell proposes that glasses can be classified into two
groups based on mf : strong glasses with mf of ∼ 16, and
fragile glasses with larger values of mf up to 200. It was
recently found that mf also determines the probability
of the appearance of a crystalline phase in a supercooled
liquid in the process of cold crystallization [17], i.e. frag-
ile glass formers show a high tendency to crystallize upon
heating. Moreover, Egider [18] demonstrated that mf can
be used to predict the coupling coefficient (ξ) between α-
relaxation time and crystallization growth kinetics.

Glasses were initially understood as amorphous solids
with some degrees of freedom frozen-in [19]. Gradually,
the definition of a vitreous state expanded to embrace a
partially ordered glass formed by the cooling of an orien-
tationally disordered crystal (ODIC) [20], characterized
by a substance whose molecules are disorientated despite
having their centers distributed regularly through the
crystalline lattice, and nematic liquid crystals [21–23],
consisting of randomly distributed molecules with long
molecular axes tending to align parallel to each other.
Also, some smectic phases, such as smectic E [24–27],
smectic B [28,29] and smectic G [30], form partially
ordered glasses. Recent studies have also examined the
vitrification of crystalline phases characterized by both
orientational and conformational degrees of freedom
(condis type of glass) [31,32].

Cold crystallization in liquid crystals (LCs) was first
demonstrated by BDS studies for chiral isooctyloxy-
cyanobiphenyl [22]. Further investigations into crystalliza-
tion phenomena in LCs indicated that they depend on the
degree of order of the initial phase and the thermal his-
tory of the sample. Two different mechanisms were iden-
tified for non-isothermal cold crystallization in 4CFPB
glass-forming LC [33]: for slower heating at low tempera-
tures, the crystallization of the metastable nematic phase
is controlled by diffusion, while for faster heating at higher
temperatures, the key role is played by the thermody-
namic driving force. The opposite scenario was revealed
for the non-isothermal melt crystallization in the smectic-
B phase of the BBOA liquid crystal [9]. Our recent pa-
per comparing the melt and cold isothermal crystallization
in a glass-forming non-chiral 5P-EtFLEt-P5 liquid crystal
found that the melt crystallization processes occur more
quickly than the cold ones; this was attributed to the fact
that the molecular order in the nematic state (N) upon
cooling was higher than that of the metastable nematic
state obtained after softening of the glass [23]. However,
further systematic studies of other substances are required
to understand the relationship between the structure of
LC phases and the kinetics of its crystallization.

Fig. 1. Structure of S,S-2,7-bis(4-pentylphenyl)-9,9-
dimethylbutyl 9H-fluorene (5P-Am∗FLAm∗-P5). The ge-
ometry of the lowest-energy conformation of the molecule
optimized by the Hartree-Fock (HF) method. The arrow
presents the direction of the resultant dipole moment of about
0.32 D. The stereocenter of the molecule is denoted by dots.

The current contribution characterizes the molecular
dynamics of 5P-Am∗FLAm∗-P5 (see fig. 1), a newly syn-
thetized chiral substance with the same molecular core as
5P-EtFLEt-P5, in the chiral nematic N∗ vitreous state,
i.e. the metastable N∗ phase observed after softening of
the glass, as well as in the crystalline phases. The phase
diagram was revealed by polarized optical microscopy
(POM). Special emphasis was given to the kinetics of the
crystallization process taking place under isothermal and
non-isothermal conditions, investigated by a combination
of differential scanning calorimetry and broadband dielec-
tric spectroscopy. Finally, the paper discusses the coupling
between the characteristic crystallization times and the α-
relaxation rates of the compound, as well as its thermo-
dynamic properties.

2 Experimental

2.1 Synthesis of 5P-Am∗FLAm∗-P5

The high-purity (> 99%) 5P-Am∗-FL-Am∗-P5 compound
was synthesized at the Institute of Chemistry at the
Military University of Technology, Warsaw, Poland. The
general synthesis pathway of S,S-2,7-bis(4-pentylphenyl)-
9,9-dimethylbuthyl-9H-fluorene is shown in fig. 2. The
purity of the synthesised material, and its synthesis,
was monitored by thin-layer chromatography and a Shi-
madzu GCMS-QP2010S gas chromatograph equipped
with quadrupole mass analyser (MS). The synthesis of
the final compound consisted of three stages. In the first
step, fluorene (commercially available) was halogenated
with bromine-iodine mixture to 2,7-dibromofluorene; fol-
lowing this, the compound was subjected to nucleophilic
substitution with (S)-1-bromo-2-methylbutane to obtain
laterally substituent fluorene derivatives in the 9,9 po-
sitions. Finally, the main product 5P-Am∗-FL-Am∗-P5
was obtained by a Suzuki-Miyaura cross-coupling reaction
between S,S-2,7-dibromo-9,9-dimethylbythyl-9H-fluorene
and (4-pentylphenyl)boronic acid.
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Fig. 2. Synthesis of compound 5P-Am∗-FL-Am∗-P5. Con-
ditions of stages: (a) I2, Br2, NaHSO3/H2O, CH2Cl2;
(b) (S)-1-bromo-2-methylbutane, KOH, KI, DMSO; (c) (4-
pentylphenyl)boronic acid, K2CO3, Pd(OAc)2, acetone/H2O.

2.2 Broadband Dielectric Spectroscopy (BDS)

To perform BDS measurements, 5P-Am∗FLAm∗-P5 pow-
der was heated to an isotropic phase; the sample was
heated between two circular electrodes with a diameter of
10mm, which were separated by Teflon spacers to avoid
a short circuit. The dielectric spectra (ε∗) were measured
every 2K using a high-resolution Novocontrol Alpha An-
alyzer (10−1 Hz–107 Hz) in the temperature range 173K–
400K upon cooling and heating. The analyser was sup-
ported by a Novocool temperature controller providing
temperature stability better than 0.1K.

The relaxation times were determined by fitting the
complex dielectric spectra with the empirical Havriliak-
Negami function given by

ε∗(ω) = ε′(ω) − iε′′(ω)

= ε∞ +
2∑

k=1

Δεk

(1 + (iωτHNk
)aHNk )bHNk

+
σ0

ωε0
, (1)

where ε′ and ε′′ are the real and imaginary parts of the
complex dielectric function, Δεi and τHNi are the dielec-

tric strength and the macroscopic relaxation time of pro-
cess k, σ0 is a dc-conductivity. The fitting parameters
aHN , and bHN describe the shape of the loss spectra in
comparison to the Debye limit with aHN , bHN = 1. The
aHN and bHN values are related to the limiting behaviour
of the complex dielectric function at low and high frequen-
cies:

ε′(0) − ε′(ω) ∼ ωm; ε′′ ∼ ωm for ω � 1/τHN

with m = aHN , (2)
ε′(ω) − ε′∞ ∼ ω−n; ε′′ ∼ ω−n for ω � 1/τHN

with n = aHNbHN , (3)

where ε′(0) and ε′∞ describe the value of ε′ at the low
and high frequency limit, respectively. The n and m pa-
rameters give information about the local and long-range
correlations of the reorienting molecules, respectively.

2.3 Differential Scanning Calorimetry (DSC)

DSC curves were measured for various cooling/heating
rates for a 6.16mg sample by means of a DSC 2500 Dif-
ferential Scanning Calorimeter (TA Instruments). The LC
substance, as received, was placed in an aluminum pan.
Prior to the first measurement sequence, the sample was
heated up to an isotropic state at 400K and kept at this
temperature for five minutes. The set-up is equipped with
a cooling system using liquid nitrogen. Heat flow vs. fur-
nace temperature is determined as the difference between
the “heat flux” observed in the material placed in the
Tzero aluminum hermetic pan and an empty aluminum
pan used as a reference. The temperature and heat flow
calibration of the equipment was determined before mea-
surements using an indium reference material. The mea-
surement sensitivity of heat flow was better than 0.2μW
on the same sensor operating across the full temperature
range. The accuracy of temperature determination was
not lower than ±0.025 ◦C, and the precision of tempera-
ture determination was not lower than ±0.002 ◦C. Base-
line flatness (−50 to 300 ◦C) was ≤ 5μW and baseline
repeatability (−50 to 300 ◦C) < 10μW. By integrating
the peak of the DSC thermograms corresponding to the
phase transition, the change of enthalpy of the process,
ΔH can be calculated as follows:

ΔH =
∫ T∞

T0

ΔQ

Δt

Δt

ΔT
dT , (4)

where ΔQ/Δt is the difference in the levels of thermal
power delivered to the can with the sample and to the
reference can, ΔT/Δt is a (constant in time) rate of tem-
perature, T0 and T∞ are the temperatures of the beginning
and the end of the observed DSC anomaly. Based on the
enthalpy of the phase transition (in general, of the ther-
mal anomaly), given by eq. (4), and the temperature Tp

at which the phase transition occurs, the entropy change
ΔS of the observed phase transition can be calculated as

ΔS =
ΔH

Tp
. (5)
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Fig. 3. Phase sequence of 5P-Am∗FLAm∗-P5 upon cooling and heating at a rate of 1K/min as seen by POM.

2.4 Polarizing Optical Microscopy (POM)

The temperature changes of the textures were monitored
by a Biolar PI polarizing light microscope in combination
with a Linkam THM600 heating stage. The temperature of
the sample was controlled with a high degree of accuracy
(±0.1K) using a flow of liquid nitrogen. The substance was
placed on the glass and heated up to an isotropic state to
ensure a uniform LC layer, and then was covered by a glass
cover. The thickness of the material layer was determined
as the difference between the total thickness of sandwich
sample, measured by a high-precision micrometer screw,
and the thickness of the glass covers. Thus the thickness
of the sample layer was calculated as about 50μm.

3 Results and discussion

3.1 Phase diagram

POM observations of texture alterations with temperature
changes in 5P-Am∗FLAm∗-P5 revealed its complex phase
diagram and strong dependence on the cooling/heating
rate. Upon slow cooling (1K/min), some portion of the

chiral nematic N∗ (N∗) was found to undergo transforma-
tion to Cr1 phase at 288K (see fig. 3). Cracks appeared on
the texture at low temperatures, then disappeared upon
heating around 273K; this was followed by a transfor-
mation of the N∗ phase to the isotropic state (Is), then
the Is phase immediately crystallized to Cr1 at 304K.
Previously, similar cracking behavior was found for vit-
rification other materials [26,34–36], and we propose the
following phase sequence on cooling: Is-Cr1, GCr1 (glass
of Cr1). In the case of fast cooling, a small volume of the
isotropic phase first forms another crystal Cr2 at 300K;
following this, the transition Is-N∗ and formation of the
glass of N∗ (GN∗) occur in the presence of Cr2 (fig. 4).
Upon subsequent heating, softening of GN∗, clearing and
full crystallization of Cr2 in a metastable isotropic phase
are observed, resulting in the melting of the Cr2 phase at
375K: GN∗-N∗-Is-Cr2-Is.

Figure 5(a), (b) presents the temperature dependence
of heat flow measured for 5P-Am∗FLAm∗-P5. Upon cool-
ing at a rate of 1K/min from the isotropic phase a jagged,
broad peak was observed in the temperature range be-
tween 326K and 313K; this resulted in the co-existence
of the Cr1 and N∗ phases, as identified in POM studies.
Although upon cooling, the DSC thermogram does not
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Fig. 4. Phase sequence of 5P-Am∗FLAm∗-P5 upon cooling and heating at a rate of 10K/min as seen by POM.

Fig. 5. Thermograms of 5P-Am∗FLAm∗-P5 obtained upon
cooling and heating at a rate of (a) 1 K/min and (b) 10K/min.

display a step-like change characteristic of the vitrification
process, small needle-like peaks at low temperatures can
be seen that indicate cracking of the sample; these are
also revealed by microscopic examination of the physical
textures (see image at 197K in fig. 3). Such cracking is ex-
pected in the glassy state due to tension in material [37].
Upon subsequent heating, an anomaly related to the soft-
ening of GCr1 was observed around 273K which coincides
with the disappearance of cracks in POM textures. Follow-
ing this, Cr1 fusion was observed at 378K.

In the case of fast cooling (10K/min), the DSC trace
revealed a broad exothermic peak at around 315K, as-
cribed to the partial crystallization of the isotropic phase
to Cr2, a peak at about 294K, attributed to the Is-N∗

transition, and a step-like change at 250K, reflecting the
vitrification of N∗ phase. Also, several spiky peaks were
observed in the DSC curve for the glassy state of ne-
matic phase (GN∗). Following this, when the material
was heated up, a transition was observed between the
metastable nematic N∗ phase (after softening of N∗ glass)
to an isotropic phase (N∗-Is), as reflected by a sharp en-
dothermic peak at 296.7K, followed by the cold crystal-
lization of Cr2 at 306K. The observed differences in the
temperatures of the phase transitions upon cooling are
caused by different cooling rates.
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Table 1. Thermodynamic quantities associated with the phase
transitions of 5P-Am∗FLAm∗-P5.

Phase transition Ttrs ΔtrsH ΔtrsS

[K] [kJ mol−1] [J mol−1 K−1]

Cooling 10 K/min

I-Cr2 315.5 2.4 7.7

I-N∗ 294.1 1.2 4.1

Heating 10K/min

Cold crystallization of – – –

Cr2

Cr2-Is 379.4 25.9 68.4

Cooling 1 K/min

Jagged, broad peak – – –

between 326 K and 313

Heating 1K/min

Cr1-Is 378.6 26.2 69.1

The temperature (Ttrs), enthalpies (ΔtrsH), and en-
tropies (ΔtrsS = ΔtrsH/Ttrs) associated with the phase
transitions calculated according to eqs. (4) and (5) are re-
ported in table 1. The fusion entropy values of the Cr1 and
Cr2 crystals are similar, indicating that the two crystals
have similar degrees of order.

3.2 Molecular dynamics studies

BDS studies allow the thermodynamic phases in
5P-Am∗FLAm∗-P5 to be characterized in terms of dynam-
ical features. Figure 6 presents dielectric absorption spec-
tra ε′′(f) measured for the glass N∗ and the metastable
N∗ phase obtained through softening of GN∗ on heating
after fast cooling. The shape parameters (aHN , bHN ) of
the α-relaxation process (ascribed to reorientation of the
molecules around the short axis), obtained by fitting the
data by Havriliak-Negami relaxation function (eq. (1)),
are temperature insensitive; their values indicate that the
observed α-relaxation is of a non-Debye nature. The local
and long-range correlations of 5P-Am∗FLAm∗-P5 molec-
ular reorientations described by n = aHNbHN ∼ 0.45
and m = aHN ∼ 0.9 are very strong. Two secondary β
and γ processes are attributed, respectively, to the small-
angle rotational diffusion of molecules around the short
axis and to librations around the long axis, analogously
to non-chiral 5P-EtFLEt-P5 liquid crystal with the same
molecular core [23].

The relaxation process (I) measured in the Cr1 phase
appears as a shoulder overlapped by a conductivity con-
tribution (see fig. 7(a)). To extract the relaxation rate for
his process, the data were analysed according to an ap-
proach proposed by Wübbenhorst and Turnhout [38,39].
This method is based on the assumption

ε′′der = −π∂ε′(ω)
2∂ ln ω

≈ ε′′. (6)

Fig. 6. Frequency-dependent dielectric loss of
5P-Am∗FLAm∗-P5 for selected temperatures obtained
upon heating after fast cooling (15 K/min). The lines indicate
fits to the data according to the Havriliak-Negami functions.
The dashed lines and dotted lines correspond to the con-
tribution from dielectric processes and electric conductivity,
respectively in the N∗ phase. The left inset presents the
temperature dependence of the shape parameters of the
α-relaxation process. The right inset shows the secondary
relaxation process in GN∗. The error bars are smaller than
the symbols, if not explicitly stated otherwise.

The derivative loss spectra ε′′der(f) were fitted with the
analytical derivative of the Havriliak-Negami function
∂ε′HN/∂ ln ω. An example of deconvoluted spectrum in
Cr1 is presented in fig. 7(b). The second relaxation pro-
cess (II) in Cr1, observed in the low temperature range, is
more pronounced in the temperature than the frequency
domain. Thus, the relaxation rates of this process were de-
termined from the maximum of dielectric loss versus tem-
perature ε′′(T ) at a selected frequency. The value of ε′′(T )
maximum was designated by fitting a Gaussian to the
data. The utility of this approach is described in refs. [40,
41]. To reveal the relaxation pattern in the Cr2 phase,
the material was first cooled at a rate of 10K/min to the
GN∗ state, following which the Cr2 crystal was obtained
by annealing at 275K. The dielectric loss spectrum ε′′(f),
deconvoluted into two components in the Cr2 phase, is
shown in fig. 7(c).

Figure 8 displays the relaxation rates of all molecular
processes in an Arrhenius presentation. The α-relaxation
in the metastable N∗ phase fulfils the VFT temperature
relationship. The temperature dependence of the dielec-
tric increment (Δε) is shown in the inset of fig. 8. The
fitting parameters are reported in table 2. The secondary
β and γ relaxations are Arrhenius-like, as are the pro-
cesses in the crystalline phases. In the Cr2 phase, the
low-temperature process (II) observed in the Cr1 crystal
splits into two processes, which suggests that the degree
of anisotropy of molecular motions increases [39]. Due to
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Fig. 7. (a) An example dielectric loss spectrum ε′′(f) mea-
sured in the Cr1 at 340K upon cooling. The inset shows the
imaginary part of the dielectric function vs. temperature. (b)
The fit of derivative loss spectra ε′′der(f). (c) ε′′(f) spectrum
obtained in Cr2 phase at 177K. To obtain the Cr2 phase, the
sample was cooled from an isotropic state to the glass N∗ phase,
then heated up to metastable N∗ phase and annealed for sev-
eral hours at 275 K, following which it was then annealed for
several hours.

Table 2. The VFT fitting parameters τα, fragility index mf ,
and dielectric glass-transition temperature according to the
convention Tg = T (τα = 100 s).

VFT parameters

τ∞ 3 ∗ 10−12 s

Df 5.8 ± 1.4

T0 210 ± 3 K

mf 117 ± 6

Tg (BDS) 248 ± 5 K

the efficient packing in the crystalline phases, as evidenced
by the high value of the fusion entropy (ΔSCr1-I,Cr2-I ≈
69 kJ mol−1 K−1), the molecular movements are strongly

Fig. 8. Thermal activation plot of the α- and secondary relax-
ation process for 5P-Am∗FLAm∗-P5. The solid line represents
the fit by the VFT equation to the relaxation rate log(1/τα) vs.
1/T in the N∗ phase. The dashed line indicates that of the Ar-
rhenius equation fitted to the relaxation data in the Cr1 phase.
The inset shows the temperature dependence of the dielectric
strength Δεα. The solid symbols indicate the secondary relax-
ation related to the dynamics responsible for the glass transi-
tion observed upon heating after fast cooling (15 K/min). The
open symbols indicate relaxation rates obtained upon cooling
in the crystalline form Cr1. The error bars are smaller than
the symbols, if not explicitly stated otherwise.

restricted. This can be rationalized by the concept of con-
formationally disordered crystals (condis). Regarding the
structure of 5P-Am∗FLAm∗-P5 molecules and the posi-
tion of the resultant molecular dipole moment, the mo-
tions identified in Cr1 and Cr2 were attributed to small
twisting movement of fluorene groups. The high molecu-
lar packing also favors the collective behavior. To support
our hypothesis, the activation entropy (ΔS#) and acti-
vation enthalpy (ΔH#) of the relaxation processes were
calculated according to the method proposed by the Stark-
weather [42]. In this approach ΔS# and ΔH# are given as

ΔS# =
1
T ′

[
Ea − RT ′

(
1 + ln

kBT ′

2πhf

)]
, (7)

ΔH# = Ea − RT ′, (8)

where T ′ is the temperature of the maximum of the re-
laxation peak at the selected reference frequency f (f =
1Hz), Ea is an activation energy of the process, kB is
the Boltzmann constant and h denotes the Planck con-
stant. The obtained positive values of ΔS# and ΔH#

for the processes II (ΔS# = 0.17 kJ mol−1 K−1, ΔH# =
28.8 kJ mol−1) and III (ΔS# = 0.21 kJ mol−1 K−1,
ΔH# = 19.3 kJ mol−1) confirm the cooperativity of the
molecular motions in the crystalline phases.
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Fig. 9. The crystallization degree D(T ) vs. temperature de-
termined from DSC measurements with different heating rates
(φ). The inset shows Ozawa plots.

3.3 Kinetics of cold crystallization of Cr2 in
5P-Am∗FLAm∗-P5 under non-isothermal conditions

As presented above, upon heating at 10K/min, the vitri-
fied N∗ phase first softens and a metastable nematic N∗

undergoes a transition to an isotropic phase at 296K; this
finally crystallizes to Cr2 at 306K. To recognize the ten-
dency of 5P-Am∗FLAm∗-P5 to undergo cold crystalliza-
tion under non-isothermal conditions, the kinetics of the
non-isothermal crystallization of Cr2 was studied for var-
ious heating rates (φ) using the DSC technique. The rela-
tive degree of the non-isothermal crystallization (D) as a
function of temperature is defined as [43]

D(T ) =

∫ T

T0
(dH

dT )dT∫ T∞
T0

(dH
dT )dT

, (9)

where dH/dT is the heat flow, T0 and T∞ denote the
points at which the crystallization process respectively
starts and ends. Temperature dependences of the crys-
tallization degree D(T ) determined from DSC measure-
ments are presented in fig. 9. To gain more information
about non-isothermal crystallization, the data were ana-
lyzed using the Ozawa equation which is a modified form
of the Avrami model [44]

log(− ln(1 − D)) = log Z(T ) − nO log(φ), (10)

where D is the relative degree of non-isothermal crys-
tallization, nO is the Ozawa exponent related to the
dimensionality of the crystal and Z(T ) is the Ozawa
crystallization rate. For fixed temperatures, the plots of
log(− ln(1−D)) as a function of log(φ) are linear, with the
slope being the parameter nO and the intercept with the
y-axis corresponding to log(Z(T )) (inset of fig. 9). It was
found that nO decreases from 6.1 to 3.7 with increasing

Table 3. Non-isothermal cold crystallization kinetics parame-
ters of 5P-Am∗FLAm∗-P5 obtained from the Ozawa analyses.

Ozawa model

T (K) nO log(Z (K/min))

301 6.3 ± 0.9 5.8 ± 0.9

305 5.3 ± 0.3 5.1 ± 0.4

307 4.6 ± 0.1 4.7 ± 0.2

311 4.1 ± 0.1 4.7 ± 0.1

313 3.9 ± 0.1 4.7 ± 0.1

316 3.7 ± 0.1 4.9 ± 0.2

Fig. 10. Kissinger (open symbol) and Augiss and Bennett (full
symbol) plots for non-isothermal cold crystallization of Cr2 in
5P-Am∗FLAm∗-P5.

temperature (see table 3). This indicates a considerable
anisotropy of growth, resulting in spiky crystals (bundle-
like or sheaf-like crystallites) for slow heating rates and
isotropic growth upon fast heating [4].

The activation energy (Ec) necessary to be overcome
during the non-isothermal crystallization process was ap-
proximated using an equation proposed by Kissinger [45]:

ln
φ

T 2
p

= C − Ec

RTp
(11)

and by Augiss and Bennett [46]:

ln
φ

Tp − T0
= CAB − Ec

RTp
, (12)

where C and CAB denote fitting parameters, φ indicates
cooling/heating rate, Tp is the maximum crystallization
peak and T0 indicates the onset temperature of crystalliza-
tion. The analysis of non-isothermal crystallization data
in terms of eqs. (11) and (12) is presented in fig. 10. The
activation energy thus obtained from the Kissinger equa-
tion (Ec = 53 ± 4 kJ/mol), is in agreement with that of
the Augiss and Bennett approach (Ec = 44 ± 6 kJ/mol),
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Fig. 11. (a) Dielectric loss spectra measured during isother-
mal cold crystallization of Cr2 in 5P-Am∗FLAm∗-P5 at 273 K.
(b) Time evolution of the normalized dielectric strength ΔεN

during isothermal cold crystallization. (c) Avrami plot of ΔεN

for the data presented in panel (b). The values of τcryst were
determined for ln[− ln(1 − ΔεN )] = 0.

within the limits of error. The small difference between
the observed values is due to the fact that unlike eq. (12),
eq. (11) does not take into account the onset temperature
of crystallization.

3.4 Kinetics of cold crystallization of Cr2 in
5P-Am∗FLAm∗-P5 under isothermal conditions

To observe the kinetics of isothermal cold crystallization
of Cr2 in 5P-Am∗FLAm∗-P5, the sample was first cooled
to a glass N∗ state, then heated to a selected temperature
(271K, 273K, 277K, 279K, 281K, 283K, 285K, 287K).
The time evolution of dielectric spectra at 273K is pre-
sented in fig. 11(a). An increase of the crystalline fraction
(εN ) (see fig. 11(b)) can be obtained from an analysis of
dielectric loss spectra: any reduction of molecular mobil-
ity is reflected as a gradual decrease of the peak amplitude

Table 4. Parameters of the kinetics of the Cr2 crystallization
process in 5P-Am∗FLAm∗-P5 obtained from the analysis of
BDS data by means of the Avrami model.

T [K] n ln K ln τcr

271 3.7 ± 0.1 −35.8 ± 0.1 9.6 ± 0.1

273 4.0 ± 0.1 −37.2 ± 0.1 9.1 ± 0.1

277 3.6 + 0.1 −30.5 ± 0.5 8.5 ± 0.4

279 3.1 + 0.3 −25.3 ± 2.0 8.1 ± 0.9

281 3.2 + 0.1 −25.1 ± 0.5 7.8 ± 0.4

283 2.9 + 0.1 −21.7 ± 1.0 7.6 ± 1.1

285 2.8 + 0.1 −20.1 ± 0.5 7.1 ± 0.3

287 2.8 + 0.1 −18.1 ± 0.5 6.7 ± 0.4

and the dielectric strength (Δε = εs − ε∞, where εs and
ε∞ are values of the real part ε′ in the limit of low and
high frequency, respectively). By following the changes in
Δε εN is found as

εN =
Δε(0) − Δε(t)
Δε(0) − Δε(∞)

, (13)

where Δε(0), Δε(t) and Δε(∞) are the values of the
dielectric strength at the beginning of the observation,
at time t and at the end. The kinetics of isothermal
crystallization of 5P-Am∗FLAm∗-P5 was analyzed by the
Avrami model

ΔεN (t) = 1 − exp(−KtnA), (14)

where K = knA is a constant depending on the crystal-
lization temperature and geometry of the sample and nA

is the Avrami exponent. The characteristic time of crys-
tallization τcryst = K−1/n, defined as the time needed
to achieve 63% of the final crystallinity, was designated
based on eq. (14) presented in the logarithmic form, i.e.
ln[− ln(1−ΔεN )] vs. ln(t) (fig. 11(c)). As a result, straight
lines were obtained, with nA being the slope and lnK the
intercept with the y-axis. The fact that nA changes from
4 to 2.8 with increasing temperature (see table 4) sug-
gests the presence of a spherical three-dimensional crys-
tal growth [4]. The activation energy of isothermal cold
crystallization in metastable nematic (Ec ≈ 114 kJ/mol),
determined from the obtained slope of temperature de-
pendence ln(τcryst) (fig. 12), is more than twice as large
as that required for the non-isothermal cold crystallization
process in the isotropic phase. This can be attributed to
the lower viscosity of the material in the liquid than the
nematic state, which facilitates molecular diffusion.

Figure 12(b) shows the dependence between molecular
mobility and crystallization rate. The extent of the corre-
lation between the α-relaxation times (τα) and the char-
acteristic time of crystallization (τcryst), designated as the
slope of τα vs. τcryst, equals 0.52. This finding coincides
well with the value obtained from the relationship between
the coupling coefficient ξ and the fragility mf , defined by
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Fig. 12. (a) Characteristic crystallization time (τcryst) vs.
reciprocal temperature for isothermal cold crystallization of
Cr2 in the N∗ state. (b) The characteristic crystallization time
(τcryst) as a function of the α-relaxation time (τα).

Ediger as ξ = 1.1−0.005mf . With regard to Jackson’s cri-
terion of type-A melt/crystal interfaces, a large entropy
of fusion (ΔmSCr2-I ≈ 68 J mol−1K−1, > 4R; R: a gas
constant) indicates a flat melt/crystal interface growing
laterally.

4 Conclusions

The molecular dynamics and crystallization behavior
of glass-forming chiral-nematic 5P-Am∗FLAm∗-P5 liquid
crystal were studied under various thermal conditions
by a combination of BDS, POM and DSC methods. As
the sample was cooled slowly, the isotropic state was
found to form a conformationally disordered Cr1 phase
(condis) which then vitrified (Is-Cr1-GCr1). On heat-
ing, the glass state was seen to soften, and fusion of
Cr1 was observed (GCr1-Cr1-Is). In contrast, fast cool-
ing (φ ≥ 5K/min) resulted in the vitrification of the N∗

phase (Is-N∗-GN∗); upon subsequent heating, after soft-
ening of the glass, the metastable nematic phase became

an isotropic phase and then crystallized to Cr2, before fi-
nally melting (GN∗-N∗-Is-Cr2-Is). The fact that melting
entropy values of the Cr1 and Cr2 crystals were compa-
rable suggests that the two phases have similar degrees
of order. The vitrification of N∗ is accompanied by a
super-Arrhenius–type structural α-relaxation. The relax-
ation processes observed in the Cr1 and Cr2 phases related
to the small twisting movements of fluorene groups are
Arrhenius like. The activation energy (Ec ≈ 114 kJ/mol)
calculated for the isothermal cold crystallization process
of Cr2 occurring in the metastable N∗ phase is twice that
of the value estimated for the non-isothermal experiments
(Ec ≈ 44 kJ/mol): in these, the Cr2 crystallization oc-
curs in the isotropic phase obtained upon heating the
metastable N∗ phase. This is attributed to the fact that
the isotropic state facilitates the transport of molecules
across the phase boundary. For slow heating rates, the
growth rate of Cr2 demonstrated considerable anisotropy;
in contrast, isotropic growth was observed upon fast heat-
ing and in isothermal experiments.

Finally, further conclusions can be drawn by compar-
ing our present findings for 5P-Am∗FLAm∗-P5 with those
obtained previously for a non-chiral 5P-EtFLEt-P5 com-
pound [23] composed of molecules with the same core.
i) 5P-EtFLEt-P5 shows a very strong tendency to vit-
rification in the N phase, even upon cooling at rates as
low as 0.1K/min; it then follows the sequence GN-N-Cr1-
Cr2-Is upon heating. In contrast, the phase behavior of
5P-Am∗FLAm∗-P5 is strongly dependent on cooling rate.
ii) The crystals formed by non-chiral molecules of 5P-
EtFLEt-P5 are characterized by a higher degree of or-
der than those found in 5P-Am∗FLAm∗-P5, as evidenced
by the entropy of fusion. iii) The crystallization rates of
isothermal cold crystallization of Cr1 in N phase in 5P-
EtFLEt-P5 were found to be controlled by kinetic factors
at low temperatures and thermodynamic factors at high
temperature. Conversely, in the case of cold crystalliza-
tion of Cr2 in the N∗ phase for 5P-Am∗FLAm∗-P5, the
observed molecular dynamics were more decisive for all
tested temperatures. iv) The value of activation of the en-
ergy of the isothermal cold crystallization in the N∗ phases
(Ec ≈ 114 kJ/mol) is comparable with the value obtained
for the parallel process in the N phase in the vicinity of
Tg (Ec ≈ 100 kJ/mol). According to Jackson’s criterion,
both materials show a flat melt/crystal interface growing
laterally by either screw dislocation or surface nucleation
growth.
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Takajo, A. Inaba, Mol. Cryst. Liq. Cryst. 540, 127 (2011).

30. G.P. Johari, J.W. Goodby, J. Chem. Phys. 77, 5165 (1982).
31. M. Cocca, R. Androsch, M.C. Righetti, M. Malinconico,

M.L. Di Lorenzo, J. Mol. Struct. 1078, 114 (2014).
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